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Abstract

Several micro-opto-electro-mechanical structures were designed using the Multi-

User MEMS Process (MUMPS). Specific design techniques were investigated for

improving the capabilities of elevating flip-up structures. The integration of several flip-

up micro-optical structures into a micro-optical system was explored with primary

emphasis on the development of a micro-interferometer. The thermal effects on the

Modulus of Elasticity were determined by detecting the resonant frequency for a single

square Flexure Beam Micromirror Device. The resonance of the device was found to

match theory to within 0.1 % and the Modulus of Elasticity was found to decrease by

0.041 GPa/K from 290 to 450 K. Thermal testing on each of the polysilicon MUMPS

layers yielded a linear increase in resistivity of lx10 -6 to 2x10 -6 Q-cm/K from 290 to 450

K. Thermal testing down to 77 K was desired but could not be performed due to water

condensation within the evacuation chamber which impedes the operation of MEMS

devices. Several designs of a surface micro-optical structure known as a variable grating

were developed and characterized. This device was found to yield a diffraction pattern

with multiple orders that could switch intensities by swapping energy. The device

yielded modulation intensities of up to 6.4 and 9.0 dB for the first two diffracted orders,

respectively. The original devices utilized a single heat drive actuator to deflect a Poly 2

grating laterally, up to 2 gm, over a Poly 1 stationary grating which yielded a change in

the period dimensions of the composite grating. Later versions of the device used two

heat drive actuators to increase the lateral deflection up to the full deflection requirement

of 4 tm. This device can be effectively used for multi-channel optical switching.

xv



DESIGN, FABRICATION AND CHARACTERIZATION OF
MICRO OPTO-ELECTRO-MECHANICAL SYSTEMS

1. Introduction

1.1. Background

When the laser was first introduced, the standard comment was: "the laser is a

solution in search of a problem" [1]. Now the laser takes on such diverse roles as steel

cutting, communication, and even eye surgery. It can be argued that Micro-Electro-

Mechanical Systems (MEMS) are also a solution in search of a problem. Are there

applications for this technology? Can it be used to solve real engineering problems?

Presently MEMS technology is searching for applications. Micro-mirrors are

being studied to determine if they can be used to correct a communication laser beam

affected by atmospheric turbulence [2] and are already a prime candidate for use in High

Definition Television Systems (HDTV) [3,4]. Furthermore, inkjet nozzles fabricated

from bulk etched silicon are already in use [5] and other devices are currently in the

development stage such as micromachined accelerometers and micro-electro-mechanical

resonators for use in aerospace navigation [6]. These are just some examples of

applications for micromachining. Only through continued testing and research will the

ability to miniaturize "macro" applications be demonstrated and the technologies unique

approach exploited to provide potential solutions for a myriad of problems. Even Richard

Feynman was amazed at the possibilities for MEMS and went as far as to offer a $1000

prize in 1959 to the first individual who could develop a micromotor 1/64th of an inch
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cube. This prize was presented only a year later to William McLellan for developing an

electric motor the size of a speck of dust [7,8].

A recent extension of ongoing MEMS research includes the development of

micro-optical devices. The concept of marrying electrical, mechanical and optical

components together to form an integrated Micro Opto-Electro-Mechanical System

(MOEMS) was envisioned by Motamedi [9]. This integration of three major engineering

fields is shown pictorially in Figure 1-1 and indicates that each of the three fields have

been coupled together to provide bi-field disciplines such as electro-optics, but have

never been shown completely grouped together into a single field. It is conceivable that

MOEMS will eventually lead to commercial applications of MEMS technology for

everything from micro-optical communication to imaging systems. This thesis explores

both a component and systems approach to utilizing MOEMS by building a so called

Micro-Optical Bench (MOB) as shown with a schematic in Figure 1-2.

The MOB takes advantage of a number of structural components to perform a

specific function utilizing light as the information carrier. Optical devices that are

currently being used on macro-optical benches, such as spectrometers and

interferometers, are ideal candidates for miniaturization onto a MOB. This thesis

explores the possibility of a working micro-interferometer and lx2 fiber optic coupler as

two potential systems that can benefit from the advances in MEMS technology. In both

systems there are electrically driven MEMS devices that provide the mechanical motions
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Figure 1-1. Overlapping of the three major fields. Micro-electro-mechanical systems
technology is based on electromechanics. Micro-opto-electro-mechanical systems
technology is based on the interaction of all three [9].

required to operate the systems. These devices have already been developed and

extensively tested at the Air Force Institute of Technology (AFIT) during prior research

efforts [ 10,11 ]. These existing MEMS devices and their operating principles are

discussed later in Chapters 2 & 3. Further devices that perform optical functions, such as

beam splitters and micro-mirrors, must also be developed in order to build the MOB

systems. These optical devices and others were initially explored at the onset of this

research in order to solidify their designs prior to incorporating them into systems. In

some cases fabrication problems precluded testing of the optical devices required in the

MOB systems and testing was performed first hand as the devices were being prepared

for evaluation.
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B C

Figure 1-2. Concept drawing of a micro-optical bench (MOB). A: Edge emitting laser; B:
Collimating lens; C: Beam splitter; D: Diffraction grating; E: Detector; F: 450 mirror
[12].

1.2. Problem Statement

The Air Force is rapidly becoming more interested in the increasing capabilities of

MEMS. The work contained in this thesis is part of an ongoing effort to identify

potential military applications for MEMS and MOEMS technology. Current optical

components and systems are often bulky and do not lend themselves well to the

decreasing size and weight of some military systems. Furthermore, bulky macro-optical

devices often have difficulties meeting the severe environmental performance

requirements which are required of military hardware. These downfalls of the macro-

optical bench are where MOEMS devices have the potential to provide the greatest

benefits. Newly developed systems should be able to deliver significant advantages in

these areas without excessive degradation of performance. The objective of this thesis

was two-fold: first, to demonstrate the ability to use commercial fabrication facilities in

the manufacture of micro-optical components and to test these components for various
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operational characteristics; and second, to fabricate and test complete optical systems

utilizing the MOB concept by integrating two or more micro-optical components.

The goal of this thesis was to explore the design and testing of various MOEMS

components and how they might be integrated into a known optical system. Verification

of fundamental optical concepts, based on the application of selected micro-optical

components, was a critical step toward integrating the selected optical components into

various micro-optical systems.

1.3. Scope

The research conducted in support of this thesis included the design, fabrication

and testing of numerous MOEMS devices. The design work was conducted using the

Cadence ® drawing tool available at the Air Force Institute of Technology [13]. The

Multi-User MEMS ProcesS (MUMPS), which is provided through the Microelectronics

Corporation of North Carolina (MCNC), has proven to be the most accessible

commercial fabrication facility available to AFIT for this specific type of research [14].

The details of the MUMPS fabrication process are reviewed in Chapter 2.

There are some existing MEMS components that are potential candidates for

assisting in designing the particular optical devices of interest. They include: the heat-

drive actuator, flip-jack and microhinge. Although there are numerous optical

components and systems that could be miniaturized using MEMS principles, a few

specific ones have been selected in order to provide a level of scope for this thesis. The

optical devices investigated included: the Flexure Beam Micromirror Device (FBMD),

the micro-diffraction grating (static and dynamic), a lx2 fiber optic coupler, and a micro-
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interferometer. These basic devices and their operating principles are described in

Chapter 2.

The testing of individual components was device dependent. For example, the

micromirror and heat-drive actuator characteristics could be tested using the microscope-

based laser probe interferometer setup, whereas the fiber optic and grating devices require

the use of a laser source, fiber optic equipment, an energy meter and oscilloscope. The

test setups and procedures utilized for all devices covered in this thesis are discussed in

Chapter 4.

1.4. Approach

The time span of this thesis covered approximately 3 complete MUMPS runs

which allowed for the design and testing of devices from three different die (each design

run yields 15 duplicate 1 cm x 1 cm die). The last die was received just prior to the thesis

completion and only partial testing was performed on that die for inclusion in this thesis.

The original plan was to develop designs for basic optical components on the first

MUMPS fabrication run (MUMPS 7) and to incorporate component modifications into

system level designs for the second design run (MUMPS 8). The last fabrication run

(MUMPS 9) was to be used for further research and improvements. As will be discussed

further in Chapter 5, problems in the fabrication of MUMPS 7 & 8 resulted in failure of

all flip-up style devices on these runs. This forced more extensive use of MUMPS 9 in

order to produce devices and systems in support of this thesis. Although this was a major

setback, the additional time allowed for more extensive testing of the planar optical

devices as will be described in Chapter 5.
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The work performed in support of this thesis breaks down into three major areas

that cover the progression of a sound engineering development process. To provide an

overview of what is covered in later chapters, the three areas are briefly discussed below:

1.4.1. Components

Of all the various optical components that could be selected for miniaturization

only a handful have been chosen for this thesis. The first and probably most prevalent of

these is the diffraction grating. As will be discussed in Chapter 2, the diffraction grating

shall be fabricated on both planar and flip-up devices. A pictorial representation of how a

flip-up plate can be developed is shown in Figure 1-3. A diffraction grating can be used

to separate out the spectral content of a light beam or steer a selected wavelength in a

particular direction. Another component of interest to this researach is an optical mirror.

Mirrors shall be made on flip-up devices in order to direct light beams around the chip,

parallel to the substrate surface. Modifications to the FBMD shall be made in order to

investigate the possibility of "hiding" the flexures under the mirror surface to increase

their packing densities when used in arrays. Fresnel lenses shall be developed on flip-up

devices to help collimate a beam with a set wavelength and therefore aid in coupling the

light beam to certain optical systems. Finally, in order to design systems that require fiber

optic cables, flip-up fiber holders shall be developed that lock down the fiber onto the

substrate. These lock down devices allow for fiber mounting to the substrate without

having to use bulk etched v-grooves.
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1.4.2.n Systemsat

Two selected systems shall be studied utilizing established component designs.

One of the systems shall be a micro-interferometer for use in optically modulating the

amplitude of a light source. This system could be used with light sources that are coupled

to a fiber, operate in free space, or emanate from a laser diode directly on the chip. The

other system is a 1x2 fiber optic coupler for performing selective coupling between a

single source fiber and two output fibers. This system may prove useful since coupling of

single mode fibers is extremely sensitive to alignment.
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1.4.3. Thermal Testing

Although MEMS testing has been performed on selected devices at various

pressures, namely atmospheric to vacuum, current literature does not provide test results

of devices operated at various temperatures. Temperature testing is important for

understanding how certain devices will operate in severe environments. Of specific

interest is the operation of FBMD's in a space environment when used for optical

communication. Three devices have been selected for testing at temperatures above and

below room temperature. The details of this testing are covered in Chapter 4.

1.5. Sequence of Presentation

This thesis is broken down into 6 distinct chapters in order to facilitate the

coverage of what was accomplished. Chapter 2 begins with an investigation of the

origins of micro optics and its application to the field of MEMS. Next, Chapter 2 takes an

in-depth look at the particular MEMS fabrication process used for this research and

highlights the key implications for its use in developing optical components. Chapter 2

concludes with a literature review of selected optical components, discusses what work in

the field has already been accomplished and where the state of the art currently resides.

Chapter 3 begins by covering well known MEMS devices that are of use in building

MOEMS and describes their mathematical models. Next, the associated mathematical

theory for each of the optical devices covered in this thesis is developed and discussed.

Chapter 4 contains descriptions of the experimental setups and procedures used to test

each optical device. This chapter further keys on the development of a variable

temperature microscope-based laser probe interferometer for use in testing MEMS

devices where sub micrometer measurements are required. Chapter 5 outlines the results
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obtained from the numerous test setups discussed in Chapter 4. The results are broken

down on a component by component basis with each device being described based on

what was expected from theory versus what was observed by the experiment.

Conclusions and recommendations are discussed in Chapter 6 with emphasis on where

further research can contribute and expand on the accomplishments of this thesis.
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2. Literature Review

2.1. Historical Perspective

The idea for a MOB has been around since at least 1974 when work was

performed to couple optical fibers to photodetectors using anisotropically etched v-

grooves [15]. Recent work at the University of California, Los Angeles (UCLA) has

demonstrated the ability to design and fabricate flip-up structures on a MOB, thereby

expanding the realm of potential applications for this technology [12]. A representation

of some of the possibilities for this work was shown in Figure 1-2. Since the advent of

the laser, the macro optical bench has been used for numerous applications, both in the

laboratory and in working systems. The optical bench utilizes a number of components

such as: light sources - uncollimated/collimated, polarized/unpolarized, broadband or

narrowband (one example is the laser); beam splitters - to separate the energy of a beam

into two or more paths; mirrors - to redirect the beam along a different path; polarizers -

to establish a set polarization of a beam; and waveplates - to change the polarization of a

beam (linear, circular, or elliptical). Other components include: filters - to select a

specific spectral band or component; nonlinear crystals - to change the spectral content of

a beam; lenses - to modify a beam, by focusing or collimating; and diffraction gratings

used to separate out the spectral components of a beam [16]. This is an overview of some

of the primary optical elements that can be considered for potential miniaturization.
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2.2. Architecture and Fabrication

2.2.1. Polycrystalline Silicon and Light Properties

In surface micromachining, the released structures are allowed to move freely

according to the established design. One type of material often used for the released

layers is polycrystalline silicon (polysilicon), pure silicon which contains numerous grain

boundaries and is not of a single crystal form. The polysilicon material is typically

heavily doped p-type, for reasons that shall be explained in Section 2.2.4, with a

resistivity in the range of 1.84 - 2.72x10 -3 Q_-cm [17]. In utilizing this material to build

MOEMS it is important to look at some of its optical characteristics. Figure 2-1 shows a

few of the important parameters as a function of optical wavelength in the visible region.

The data is not for polysilicon but rather for bulk silicon. Although the data for

polysilicon may be slightly different, this information provides at least a fundamental

understanding of the trends for these important parameters. Ching, et al., found that the

reflectance of polysilicon was approximately 30 % at 500 nm and increased only slightly

for longer wavelengths [ 18]. From Figure 2-1 it is observed that the reflectance, for bulk

silicon, is approximately 34 % at 632.8 nm. These numbers, although at different

wavelengths, appear to be in the same range. Since silicon has a room temperature

bandgap of approximately (-) 1.12 eV, any radiation with a wavelength less than - 1.1 gm

is severely attenuated due to absorption [19]. This fact creates limitations for use of

silicon micromachined devices in the infrared (IR) spectral region. One way to overcome

this problem is to plate the surfaces of the devices with a metal such as aluminum or gold

to increase the reflectance of the device. As will be discussed later, the MUMPS process
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provides for a gold coating on the upper polysilicon layer and has been used effectively

for making probe contacts, wiring, and mirrors.
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Figure 2-1. Characteristics of bulk silicon as a function of optical wavelength [20].

The index of refraction, n, of a material is also wavelength dependent and

provides an indication of how electromagnetic waves are affected by different media.

Ignoring the wavelength dependence, n can be calculated as follows [ 16]:

n = -(2.1)

where: c = the speed of light in free space;

v = the phase velocity of the wave in the medium;
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= the relative permittivity of the medium;

g = the relative permeability of the medium;

eo= the permittivity of free space;

No = the permeability of free space.

This approach, using Maxwell's theory, treats matter as continuous by representing its

electric and magnetic responses to applied E- and B-fields in terms of constants, E and pt.

Consequently, n is unrealistically independent of frequency. The fact that n is dependent

on frequency is known as dispersion and to develop equations that relate the two requires

incorporating some frequency dependent aspect of the atomic nature of matter. Using an

atomic model and Newton's second law (sum of the forces equals the mass times

acceleration) one can develop a second order differential equation that describes the effect

on an atom due to an applied oscillating electromagnetic field [16]:

2 = d 2- (2.2)dt dt 2

where: the first term is the driving force;

the second term is the opposing restoring force;

the third term is the damping force;

me = mass of the electron affected by the field;

q= charge of an electron;

0= resonant frequency of the atom (o is the frequency of

the harmonic wave);

y = damping constant;
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Eo = the applied electric field;

x = displacement of the atom;

t - time.

From Eq. (2.2), the index of refraction is complex. In otherwords, it has both a real and

imaginary part and can be described as [16]:

q2N[(o)2 -02)+iym]n2(0))= 1-t0
Eome[(02o _2)2 +Y20 2] (2.3)

n = 91e(n)+ Im(n)

where: N = number of contributing electrons per unit volume;

The complex part of the index of refraction is known as absorption. Absorption has an

associated wavelength dependence and units of inverse length. In terms of its effect on a

propagating electric field, the absorption is described as a decaying exponential of the

electromagnetic wave [ 16].

All of these terms are important to consider when evaluating a material for

use in an optical instrument. The primary driver for material selection might be the

device manufacturability, but the wavelength of interest might require, for example,

coatings to increase the reflectance or minimize the absorption.

Table 2-1 demonstrates the incredible mechanical strength of silicon

which makes it an ideal candidate for MOEMS. Although brittle like a ceramic, silicon

displays a hardness and yield strength greater than steel yet has 1/3 the density. This

allows for rather large plates to be fabricated that can be self supporting with minimal

deformation due to weight. Furthermore, microhinges, like those shown in Figure 1-3
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can be made to hold rather large structures down onto the substrate with a minimal length

of hinge material.

Micromachining of GaAs has recently been demonstrated [21 ] and would be an

ideal candidate for MOEMS. The direct bandgap of GaAs based compounds is used

extensively for solid state optical components such as the Light Emitting Diode (LED)

and the laser diode [19]. Coupling MEMS with these optical components would provide

numerous MOEMS applications. Although mentioned in this review, no exploration of

GaAs based MEMS devices is conducted for this thesis.

Table 2-1. Selected Mechanical Properties of Silicon [5,22].

Material Yield Strength Knoop Hardness Young's Modulus Density
(10- 10 dyne/cm2) (Kg/mm2) (1012 dyne/cm 2) (grams/cmu)

Diamondt 53 7000 10.35 3.5
Silicon (Si) t 7.0 850 1.9 2.3
Stainless Steel 2.1 660 2.0 7.9
t Single Crystal

2.2.2. Electrostatic versus Thermal Structures

The electrostatic driven systems work much like a capacitor in which the two

plates are attracted to each other relative to the voltage applied. This is the primary drive

mechanism utilized in the micromirror arrays and the comb-drive actuators. In the case

of micromirrors, the lower plate of the capacitor is attached to the substrate and does not

move. The upper polysilicon surface, that is metal plated in order to act as the mirror

surface, forms the movable capacitor plate [23]. The mirror is suspended above the lower

plate by springs (very thin polysilicon runners) that flex to allow the mirror to move. The

spacing between the two plates is on the order of 0.5-2.5 gm which allows for greater
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than 21r of phase movement in the visible spectrum (400-800 nm) [23]. A typical mirror

of this design is known as a Flexure Beam Micromirror Device (FBMD) and is shown

with a Scanning Electron Microscope (SEM) micrograph in Figure 2-2. A schematic of

what the device looks like in both the static and actuated states is outlined in Figure 2-3.

Figure 2-2. Scanning electron micrograph of a square Flexure Beam Micromirror Device
array [23].

Thermally driven structures utilize the coefficient of thermal expansion for the

material, in this case polysilicon, to force a change in displacement. This device can be

mounted to designs in various configurations to achieve the desired movement. AFIT has

built thermal actuators as shown in Figure 2-5 that can be deflected up to 12 g~m [ 11]
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Figure 2-3. Schematic of a Flexure Beam Micromirror Device in the (a) resting and (b)
activated modes.
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Figure 2-4. Schematic of a thermally driven actuator. Pictorial concept from [24].
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Figure 2-5. Scanning electron micrograph of thermally driven actuators from MUMPS 6.

The basic layout of the device is shown in Figure 2-4. Making one leg of the device

thicker causes the other leg to grow due to thermal expansion and the device to deflect in

the direction shown [24].

2.2.3. Flip-up versus Surface Structures

Surface structures can be either electrostatically or thermally driven. The

diffraction grating array principle, a surface structure that is electrostatically driven, has

been used to perform spectral separation in an attempt to develop a high definition

display [25]. This device shall be discussed in Section 2.3.2 since it has the potential for

spin-offs in other applications and variations of this device have been designed in support
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of this thesis.

The flip-up structures, like those shown pictorially in Figures 1-2 and 1-3, offer

the ability to develop vertically integrated devices such as spectrometers, spatial filters,

and beam deflectors. Crucial to the design and development of flip-up structures is the

concept of a microhinge [26]. Microhinges have been designed for connecting

polysilicon plates to the substrate and for hinging two plates completely off of the surface

of the substrate. The layout of both of these types of hinges is shown in Figure 2-6. A 3-

dimensional view of how the layers come together to form a substrate hinge is shown in

Figure 2-7. Microhinges provide the primary mechanical connections that allow for the

development of structures in the 3rd dimension away from the plane of the chip.

Although the layout of microhinges has been well established, the true difficulty in

utilizing 3-dimensional structures rests in the post fabrication process of assembly. Post

fabrication assembly has so far proven to be a delicate operation that requires a

micromanipulator probe station, a set of clean probes, and a patient operator with a

delicate hand. Some relief for this operation may soon be on the way as devices begin to

be designed to assist the assembler. Slider devices and springs that can be used to erect

flip-up structures have already been demonstrated and provide some of the initial ideas

for the "assembly helper" designs used in this thesis [27]. So far the published devices

have all been mechanically flipped-up with no known reporting of flip-up structures that

are electrically or thermally activated. A sound approach to flipping-up vertical structures

using electrostatic and/or thermal techniques has not yet been shown in the literature.

One proposed mechanical lifting technique is the use of aflip-Jack, where a probe tip is
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assisted in the lifting process by a released stringer made from one of the polysilicon

layers [28].

L Poly-2

U Poly-1-2 Via (Contact)

Figure 2-6. Two basic hinge types for flip-up structures. (A) A substrate hinge, which
anchors flip-up structures to the substrate. (B) A scissor hinge, which allows attachment
of two or more flip-up structures above the substrate [26].

Since the polysilicon is extremely flexible, on such a small scale, it has been observed to

bend upwards of 50 Rm into the air for a stringer 200 [m long, 5 [Lm wide and 2 ptm

thick. This allows for the lifting of the selected device enough to allow another probe to

be inserted under the device to lift it into place. Theflip-Jack can even be made with a

lock, in order to free up the probe tip for use in other operations. Another reported

technique for assisting in assembling flip-up structures is the use of hydrodynamic forces

in a water rinse to drive the structures into the upright and locked position. This

technique has been labeled Water Assembled MicroStructures (WAMS) and has been

demonstrated at the UCLA with some limited degree of success [29]. The use of WAMS
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appears to be more relevant when the geometry of the devices is large since the

hydrodynamic forces have not been strong enough to flip-up -50 Rm square structures

tested at AFIT.

0_ P /Ply

OXI

Figure 2-7. Cross section of a substrate hinge. Fabricated as follows: First, the lower
sacrificial layer (ox 1) is deposited, then polysilicon (ply 1) is deposited and patterned into
the desired shapes. The second sacrificial layer (ox2) follows on top and finally the last
polysilicon layer (ply2) is deposited and patterned. The sacrificial layers are removed
using release etchant [29].

Another extension for flip-up structures is the development of articulated micro-robots.

These devices have been proposed for development with multiple degrees of freedom,

workspaces on the order of a cubic millimeter, and payloads on the order of a milligram.

Devices of this nature utilize similar flip-up system techniques such as microhinged

polysilicon plates and scissor hinges that are completely released from the substrate. The

paper by Yeh, et al., discusses micro-robots and additional concepts for providing

assembly of structures that move out of the plane of the substrate [30].
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2.2.4. Device Design and Processing

As mentioned in Chapter 1, MOEMS devices are laid out at AFIT using the

Cadence ® design tool. Devices are specifically designed for fabrication at MCNC using

MUMPS and its associated design rules [ 14]. This process is supported by the Advanced

Research Projects Agency (ARPA) as part of an effort to build a MEMS infrastructure

program to provide easy access to advanced MEMS technology and a standard fabrication

process [31]. A cross-section of the MUMPS layers is outlined in Figure 2-8 along with

the corresponding descriptions and nominal thicknesses. This fabrication process was

adapted specifically for producing MEMS devices. It consists primarily of two

polysilicon releasable surface layers (Poly 1 & Poly2), which form the actual devices of

interest, and 2 sacrificial layers (1st Oxide & 2nd Oxide), also known as phosphosilicate

glass (PSG) 1 & 2, which are etched away in order to release the Polyl & Poly2

structures. The other layers provide electrical contact paths, mounting to the substrate

and passivation of the silicon surface. Limitations of this fabrication process include:

only two releasable structural layers and no control over the process parameters (i.e. layer

thickness, conductivity, and materials used).

MCNC deposits MUMPS polysilicon layers using Low Pressure Chemical Vapor

Deposition (LPCVD) at temperatures greater than 600 C. Polysilicon thin films can be

deposited in either a doped or undoped state which helps determine the mechanical

properties of the layer. Typical LPCVD grown polysilicon layers contain large amounts

of residual stress (- 175 MPa) which can cause deformation of the released structures and

therefore require some amount of thermal annealing. Doped polysilicon can be thermally
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annealed at a lower temperature than undoped polysilicon and is therefore preferred for

use in the fabrication of MEMS devices.

Chips fabricated at MCNC are encased in SiO 2 sacrificial layers and coated with

photoresist which helps to protect the die during shipment. Upon receipt of the chips, the

photoresist must be removed prior to etching away the sacrificial layers which releases

the MEMS devices. A 3-5 minute rinse in acetone has proven to be sufficient in

removing the photoresist coating. Afterwards, the sacrificial layers of SiO2 must be

removed utilizing some type of etchant. Etchants come in two primary classes, dry and

wet. Wet etching is the traditional method, and the method most often used since dry

etching usually involves high temperatures or use of RF energy that may damage the

MEMS devices. The typical etchant for silicon dioxide is a buffered oxide etchant (BOE)

consisting of HF and NH 4F (with a volume ratio of 1:8). Caution must be taken when

utilizing BOE since it will attack aluminum films and cause bonding problems in the

packaging process [32]. If aluminum pads exist then the preferred etchant is a solution

of NH 4F and CH 3COOH (1:2) [33]. At AFIT, straight 49% HF is used to etch away the

sacrificial layers of the MUMPS die.

Material parameters from each of the fabrication runs are provided by the

manufacturer and are often required in the device models that will be discussed in

Chapter 3. The material parameter results for die used in this thesis research are included

in Chapter 5.

AFIT students and faculty have used MUMPS to develop over 25 die in the last

two years. Design techniques specific to the process have been developed that were used
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as common practice in designing devices for this thesis [35].

.2-8. Proportion. .. ... MCNC ...

2.3. Micro-Optical Devices

2.3.1. Micromirrors

Configurations for this device have been demonstrated in both flip-up and surface

structures. The surface devices typically utilize polysilicon springs and electrostatically

driven plates to change the phase characteristics of a light beam.

Light can be described in many different ways and special types of light have nice

mathematical descriptions. In the case of a communication beam, the light source is

usually a laser, from which light is coherent, collimated and polarized. There are
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different types of polarization, and by observing the spatial change of the electric or

magnetic field of the light one can determine its polarization. But, of greater importance

in communication is the fact that the light is collimated (i.e. all the rays are parallel) and

spatially coherent (i.e. the phase is constant for every lateral slice across the beam). In

this case the field can be described by a plane wave as [16, 34]:

V (x, y, z, t) = Ae i[k(=+Py+yz)T-°ot] (2.4)

where: A = amplitude;

k = wave number (27t/A);

a , P3, y = directional cosines.

When communicating through the atmosphere, this perfect plane wave is distorted by

turbulence in the air. It is a well known fact that this atmospheric turbulence effects the

communication beam's phase front and AFIT has built array's of micromirrors in hopes

of utilizing their small size and rapid response characteristics to correct the distorted

phase front. The latest device is a hexagonal micromirror array with 127 elements as

partially shown in Figure 2-9. These devices can be characterized with the microscope-

based laser probe interferometer set-up which was originally designed by Rhoadarmer, et

al., and further refined by Michalicek [36,23]. The interferometer set-up, as shown in

Figure 2-10, allows for the characterization of individual mirror elements for such

characteristics as: frequency response, deflection vs. voltage, and nonuniformities in the

deflection vs. element location. Extensive work has been performed at AFIT and other

locations on modeling these devices [23,36-41].
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Figure 2-9. Scanning electron micrograph of a hexagonal micromirror array [23].

2.3.2. Diffraction Gratings

A diffraction grating can also be utilized to perform spectral selection, yet it

utilizes a different physical principle. Diffraction was defined by Sommerfeld as "any

deviation of light rays from rectilinear paths which cannot be interpreted as reflection or

refraction" [34]. One would initially expect that light that passed through a square

aperture would project a square pattern of proportional dimensions on a screen placed in

the far field. But due to the effects of diffraction, the intensity observed in the far field

exhibits some edging effects that "blur" the square pattern. A representation of this far

field intensity pattern for a square aperture is shown in Figure 2-11.

2-17



1 to rest of setup

Microscope

Beam Splitter

PIN Detector

-R-Aperture

Collimator Beam
HeNe Lasermo A

LesMirror FBMD

INeutral Dehsity Translation Stage
Filter & Tip-Tilt Mount

M irror ...............................................

Figure 2-10. Schematic of microscope-based laser probe interferometer setup used to
measure deflection of devices that move out of the plane of the substrate [36].

As mentioned previously, a diffraction grating array can be used as a high

definition display. Each array element is considered a grating light valve since it turns

on/off one of the primary spectral colors (i.e. red, green, or blue) as will be discussed later

in Chapter 3. This thesis explores the development of grating pixels that could be used to

steer a light beam of set wavelength into different angles using mechanical actuation from

a thermally driven actuator. Furthermore, these pixels could be used to replace the

function of the three grating light valves required to produce the primary spectral colors.

In this case the desired modulation could be obtained at the desired angle by adjusting the

mechanical mechanism of the grating pixel.
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Figure 2-11. 2-D rectangular sinc function. Normalized Fraunhofer diffraction pattern
from a l0xlO rectangular aperture in a 128x128 array.

A pictorial representation of the diffraction grating array is shown in Figure 2-12.

The suspended grating can be electrostatically pulled down to adjust the amount of

diffraction. Diffraction gratings are the basic elements used in monochromators and

spectrometers to perform spectral separation. A micro-spectrometer has been fabricated

using LIGA, an acronym for lithography, electroforming, and micromolding (the acronym

came from the German process names: lithographe, galvanoformung, and abformung)

[24,42], but no record exists of an attempt to use micromachined flip-up surface

structures.
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More elaborate gratings can be created using the MCNC process in which the

grating period is allowed to change or have more than two surfaces for diffraction. Using

the actuation techniques already discussed, moveable gratings can be developed in order

to vary the period dimensions. These more detailed types of gratings require special

analysis that is beyond the simple grating equation.

2.3.3. Fresnel Lenses

The Fresnel zone plate (or Fresnel lens) appears to have been invented by Lord

Rayleigh in 1871 [16]. Since that time Fresnel lenses have been developed for use in

everything from overhead projectors to stop lights.

Micro-Fresnel lenses have been fabricated on a MOB and effectively utilized to

collimate the light from an edge emitting laser diode as shown in Figure 2-13 [12].

Furthermore, Fresnel lens arrays have been used to perform beam steering for micro-

optical scanners by moving one array relative to the other in a sandwich arrangement

[43]. These 200 jim x 200 [tm Fresnel lenses were fabricated out of fused quartz with

greater accuracy than is achievable with polysilicon surface micromachining. Fresnel

lenses can be utilized to focus collimated light of a narrow bandwidth.

2.4. Micro-Optical Systems

2.4.1. Interferometers

The basic concept of an interferometer is based on detecting the optical path

difference (OPD) between two light paths. Utilizing flip-up structures it should be

possible, in principle, to design a micro-interferometer. Utilizing a beam splitter, a single

light source would be split into two paths of equal energy. One leg of the interferometer
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Figure 2-13. Sample Fresnel lens with precision locks. From work performed at the
University of California, Los Angeles [12].

would have a stationary mirror while the other leg would contain a location for test

samples and an adjustable mirror. The beams are brought back together to form an

interference pattern. At an observation screen the interference is characterized by a fringe

pattern. The coherence length of a source, the refractive index of a substance, and other

measurements can be made with this type of device. The difficulty arises in trying to

develop a micro beam splitter out of polysilicon since half of the energy of the beam has

to be transmitted and the other half reflected in order to create the two beam paths. On a

macro-optical table the beam splitter is usually a piece of glass that is coated with a

partially reflecting material in which a portion of the energy of the oncoming beam is

passed and the other portion is reflected. In the case of micro-optics, a piece of glass is

not available on the surface of the chip, but a diffraction grating should work as a beam

splitter by passing equal amounts of energy into the same order (i.e. m = +1 and m = -1).

This idea has already been conceptually proven in the LIGA interferometer research that

was mentioned earlier [42].
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2.4.2. Optical Switches

Modulating the amplitude of an optical beam is essential in fiber optic

communication. Recently, a micro-optical chopper was fabricated using surface and bulk

micromachining (Fig. 2-14). This device had an etched channel for interfacing with an

optical fiber and used a electrostatic comb drive actuator to cycle a shutter across the

aperture achieving greater than 2 KHz of output modulation. The device was further

operated under vacuum and displayed increased movement (400 ptm versus 30 [Lm) with a

decrease in drive voltage (5 VDC & 3.8 VACp-p versus 50 VDC & 20 VACp-p) [18].

Etched channels and flip-up micromirrors have also been considered for coupling a

semiconductor laser and a fiber optic cable [44]. This technique could be used to perform

amplitude modulation by rapidly adjusting the flip-up mirror. Although this type of

device is not investigated explicitly in this thesis, it provides another example of the use

of MEMS in optical applications.

Drive Contacts Grun Plane

Comb Transducers

plate Nitrnde Windo

Silicon Substrate

Figure 2-14. Schematic of a micro-fabricated optical chopper [18].
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2.4.3. Fiber Optic Couplers

Hewlett-Packard has developed a lx2 thermally actuated optical fiber switch that

utilizes both bulk and surface micromachining techniques [45]. The switch included a

thick (25-50 gm) electroplated nickel actuator to move a single-mode optical fiber and a

37.5 gim deep trench that was anisotropically etched in the silicon for alignment of send

and receive optical fibers. The switch allows for coupling without the use of waveguides

or lenses in order to achieve a low-loss switching function. The switches used the edges

of the anisotropically etched grooves for fiber alignment and thermal isolation trenches on

the "hot" side of the actuators to increase deflection capability. In order to couple the one

fiber to both of the other stationary fibers movement of >125 Rm was required out of the

actuators. Such a large deflection distance was achieved by making the actuators

extremely long and narrow (- 1 cm x 900 jim). The devices were fabricated on 4 inch

diameter <100> Si wafers. Figure 2-15 provides a schematic representation of the layout

used for this device.

An extension to this type of work is the idea of utilizing surface micromachined

mirrors for laser-beam positioning [46]. In this case the mirror is flipped up and then

used to align the output of a surface emitting laser to a wafer bonded fiber. A flip-up

mirror can also be used to create a fiber data distribution interface (FDDI) by directing the

light beam for coupling between selected fibers. This technique has been demonstrated at

UCLA using an X-shaped, four fiber pattern with a mechanically operated sliding flip-up

mirror [47].
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Top View Output fiber 1

Input fiber Output fiber 2

Fiber motion

Thermal actuator Thermal isolation

Side View Input Optical Fiber trench

Figure 2-15. lx2 fiber optic coupler [45].

2.4.4. Fabry-Perot Etalons

Three-dimensional tunable Fabry-Perot etalons have been fabricated and reported

in the literature [48,49]. A paper by UCLA reports on using both rotating and translating

flip-up mirrors for tuning [48]. Transmission peak wavelength shifts of 32 nm for the

rotating mirror and 103 nm for the translational mirror have been observed. In both cases

the translation was performed by mechanical probing. These devices still need to be

integrated with some form of drive mechanism. The ability to cascade the flip-up mirrors

in order to decrease the full-width-at-half-maximum (FWHM) yet maintain the free-

spectral-range (FSR) was also investigated. Devices were tested with 1.3 im light to

minimize the absorption from the polysilicon.
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A surface micromachined Fabry-Perot modulator has been proposed by using a

two layer process similar to MUMPS [49]. In this case the air gap is provided between

the polysilicon first and second layers as shown in Fig. 2-16. The modulator was

optimized for 1.3 pin and intended for fiber-in-the-loop applications. By moving the

upper polysilicon plate electrostatically, the air gap distance is changed which modulates

the reflected light through interferrence from the two polysilicon surfaces.

Light from Fiber
Polysilicon 2

Polysilicon 1
Anti-Reflective
Coating

Figure 2-16. Cross section of the Fabry-Perot modulator, where the fixed mirror is
formed by the polysilicon 1 layer and the movable mirror by the polysilicon 2 layer [49].

2.5. Summary

This chapter has covered in detail a number of the relevant developments in the

field of MOEMS. Specifically covered were the concepts of hinged structures and their

use in the development of a MOB. The fabrication process to be used for this thesis was

reviewed and the post processing steps that are taken at AFIT were explained. Finally,

some key optical devices and systems that are well suited to miniaturization using

MOEMS concepts were examined, such as the Grating Light Valve, the Optical Switch,

and the lx2 Fiber Optic Coupler.

2-26



3. Theoretical Review

This chapter develops in detail the mathematical descriptions for the operation of

devices investigated in this thesis. These derived models provide the theoretical results

for comparison with the experimental data in Chapter 5. In using the microscope-based

laser probe interferometer the experimental data required mathematical manipulation in

order to evaluate the output. The manipulation of the experimental data from this setup is

described in Section 3.1. Component and system theory follow in Sections 3.2 and 3.3.

Theoretical data, developed from these models, was generated using both Mathcad and

Matlab software packages [50,51].

3.1. Microscope-Based Laser Probe Interferometer Theory

An interferometer operates by utilizing a split coherent laser beam that

recombines either constructively or destructively due to phase interference. Referring to

Fig. 2-10, one leg of the interferometer is known as the reference leg since it has a fixed

length and therefore the light travels a set distance before being recombined with the light

from the object beam at the detector. The object beams path length is modulated by the

device under test and therefore the phase of the beam at the detector changes proportional

to the modulation. Using a phasor representation of the reference and object beams, the

detector output can be equated to a change in phase. The light intensity at the detector is

described by:

I =12 = R+D)12 (3.1)

where ? is the reference phasor and 6 is the object phasor from the two legs of the
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interferometer. As shown in Fig. 3-1, choosing set directions for the two phasors in an

orthoganal plane allows for the following descriptions for the two phasors:

R= R (3.2)

D cosK+DsinOj (3.3)

A

Figure 3-1. Phasor representation of the summation for the reference and object beams of
the microscope-based laser probe interferometer [36].

Substituting Eq. (3.2) and (3.3) into Eq. (3.1) yields:

I= R2 +2RDcosO +D 2  (3.4)

As the detector output is modulated, the maximum (Ima) and minimum (Imi) intensity

values obtained correspond to the sum and difference of the magnitudes for R and b.

From Fig. 3-1 it folows that:

max f? + b(3.5)
mm =R-D

Combining with Eq. (3.4) yields a relationship for the phase of the output with respect to

an arbitrary intensity value between 'max and Imi, [36].
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0 = cos-l1 21- max -Imin (3.6)

Imax - Imin )

When using the laser probe interferometer to measure deflections of micro-optical

devices it is necessary to sweep through at least ic radians in phase in order to use Eq.

(3.6) since both the maximum and minimum intensity values must be known.

Furthermore, Eq. (3.6) only generates data between 0 and it radians (with a 7u ambiguity)

which requires the output to be pieced together to form the complete phase change

profile. This analysis is conducted using a program written by Michalicek [23] in which

device deflection versus voltage is calculated using

d:= - 2ic(3.7)

where d is the amount of deflection for a known voltage and X is the wavelength of the

laser used in the microscope-based laser probe interferometer (in this case k =632.82 nm).

Adjustments are made for the nt ambiguity plus any signal shift that exists due to

capacitive losses in the instrumentation [23].

3.2. Component Theory

3.2.1. The Flexure Beam Micro-Mirror Device

Recent work at AFIT has generated an advanced model for the operation of this

particular device which takes into account fringing losses by utilizing a Schwartz-

Christoffel transformation [23]. This thesis, however, investigates devices which have

surface areas that are larger than those where fringing losses are a factor. For this reason,

the ideal micro-mirror model is utilized in this thesis as a sufficient descriptor of the

devices behavior. The ideal model is then modified to take into account the parameters
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that are to be varied through testing.

3.2.1.1. Mechanical Force of Electric Origin

The computation of the mechanical force, Fex, of electric origin follows from the

consideration of energy balance associated with an electromechanical system. The energy

balance can be expressed as shown in Fig. 3-2. To simplify the equation, the system is

considered to be lossless so that the last term on the right side of Fig. 3-2 is zero. To find

an expression for Fex assume that an external force of magnitude -Fex is applied to the

movable plate of the system shown in Fig. 3-3(b). The force has a negative sign since it

acts in the downward (-x) direction. Assume that this force displaces the plate an

infinitesimal distance in the direction of the force so that no change in stored mechanical

energy occurs. This eleminates the first term on the right side of Fig. 3-2. Therefore the

equation which describes the electrical-to-mechanical interaction is

-Fex dx + Vdt = dWe (3.8)

where dx is the displacement of the movable plate, I is the current drawn from the voltage

source, V, and We is the electric stored energy in the capacitor. Substituting I=dQ/dt from

the law of conservation of charge, Eq. (3.8) can be rewritten as:

Fex - dWe + V dQ (3.9)
dx dx
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Mechanical Electrical
energy + energy
input input

Increase Increase Energy
in stored + in stored + dissipated

mechanical energy electrical energy

Figure 3-2. Pictorial representation of the computation of mechanical force of electric
origin [52].

Neglecting any fringing of the electric field at the edges of the capacitor plates such that

the charges on the plates, and the electric field between the plates, are uniformily

distributed allows W to be written as

We =iOE Ax=- eO Ax (3.10)

where co is the permittivity of free space and A is the area of each capacitor plate.

Differentiating Eq. (3.10) results in

dWe _ V 2A (3.11)

dx 2x 2

Also, since the charge Q is related to the capacitance and voltage applied it can be written

as

~= c= oAV
Q = CV-0

x
(3.12)

dQ _ oAV

dx x2
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Therefore, combining Eq's. (3.9), (3.11), and (3.12), results in an equation that relates the

voltage and dispacement to the applied force as [52]

=- oV 2 A %oAV2

Fex= 2x
2x 2  x2

(3.13)

F_1 %oAV2

Fex = 2 x2

Initial Position x

Deflected Position __

V=0 Movable

<~'~~ v=~imf{ _ {1f x-x=O

V=Vo Fixed

Equipotential lines

(a) Uniform field within micromirror device [23] (b) Side view of micromirror system [52].

Figure 3-3. Uniform electric field for a parallel plate capacitor.

3.2.1.2. The Ideal FBMD Model

Now that the force imparted on the system by the movable capacitor is known it is

possible to find an equation that relates the voltage applied to a set deflection distance.

The other force acting upon the movable plate in Fig. 3-3 is the restoring force imparted

by the flexure springs. The four flexure springs of a square FBMD can be seen in the
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SEM image of Fig. 2-2. From Hooke' s law the force imparted by a spring is known to be

Fs = ksysX (3.14)

where the force is in the +x direction and therefore positive. The system equation is then

found by summing the forces, Eqs. (3.13) and (3.14), which equals zero by definition. As

shown in Fig. 3-3, the positions of the mirror at rest and deflection are related to each

other by

Xm = xo -df (3.15)

Therefore, the resulting equation which determines the required voltage, V, needed to

displace the mirror a desired distance, d, is

V(df)=(xo -df 2ksysdf (3.16)

where xo is fixed based on the initial resting position of the mirror due to its weight and

any material stress induced deflection. The resting position is typically assumed to be the

thickness of the sacrificial layer since the deflection due to weight & stress can be

considered to be negligible for small mirror devices. Equation (3.15) neglects any

deformation of the mirror (i.e. bending) due to a non linear applied field.

The spring constant of the flexures can be determined from beam theory by

knowing the material properties and dimensions of the flexures. This development is

covered in Section 3.4 since the accuracy of the spring constant equation is critical to the

extraction of the elastic modulus, as a function of temperature, from thermal testing.

3.2.1.3. FBMD as a Single Degree-of-Freedom System

The FBMD can be modeled as a single degree-of-freedom (SDOF) system since
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the operational movement can be considered to be primarily in one direction.

Furthermore, the mirror undergoes forced vibration due to an applied voltage (mechanical

force of electrical origin) and experiences viscous damping (or squeeze film damping)

from the air film layer between the capacitor plates. These conditions and components

are shown schematically in Fig. 3-4.

The application of modal analysis theory utilizes an understanding of how the

structural parameters of mass, damping, and stiffness relate to the frequency-response

function (Fourier domain) for a SDOF system. Modal analysis can also relate the

structural parameters to the time domain and Laplace domain but are not considered here

since the goal of this section is the frequency characteristics of the device.

k

c
EME mass=m

If(t) 
I (

Figure 3-4. Single degree-of-freedom system with viscous damping, excited in forced
vibration by force acting on the movable plate (mirror) of the capacitor [53].

The general mathematical representation of a SDOF system is given by [53]

min+ c2+kx = f(t) (3.17)

where: X represents the 2nd derivative wrt time;
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i represents the 1st derivative wrt time;

m = mass constant;

c = damping constant;

k = spring constant;

f(t) = force applied to mass m;

and is represented schematically in Fig. 3-4. By setting f(t)=O, the homogeneous form of

Eq. (3.17) can be solved. The general solution is

x(t) = A exp(plt) + B exp(P2t) (3.18)

where A and B are constants and the values of p, and p2, for an underdamped system, are

given by

Pr = G r + IjCr (3.19)

where c(r is the damping factor in radians per second and o(r is the damped natural

frequency in radians per second. For most real structures, unless active damping systems

are present, the fraction of critical damping is rarely greater than 10 %. Therefore, the

two roots pI and P2, are always complex conjugates and are referred to as the poles of the

system. A and B are also complex conjugates of each other.

An equivalent equation of motion may be determined for the Fourier or frequency

domain. The frequency response characteristics of the SDOF is obtained by taking the

Fourier transform of the time domain representation, Eq. (3.17), of the system. By

knowing that [54]

f n (t)}= (j)F() (3.20)

3-9



the resultant frequency representation is found to be

[-mO 2 + jco + k]X(0) = F(03) (3.21)

This equation has the advantage of converting a differential equation to an algebraic

equation. By letting B(o) equal the term in the brackets, Eq. (3.21) can be written as

F(o) _

X(O) = - = H(03)F(0o) (3.22)

where H(o)=]/B(o) and is known as the frequency response function of the system. A

frequency response function relates the Fourier transform of the system input to the

Fourier transform of the system response. From Eq. (3.21), the frequency response

function can be written as [53]

8(0) 2 (3.23)
-02 + j(Cm)+(k)

The denominator of Eq. (3.23) is known as the characteristic equation of the system. The

characteristic values of this equation are typically complex even though the equation is a

function of a real valued independent variable, a. The characteristic values are known as

the complex poles of the system. Plotting the real part of Eq. (3.23) as a function of

frequency provides for a representation of the shape of the resonance profile for a given

m, k, c system. The damping constant is often written in terms of the fraction of critical

damping ( =c/c) where c, is the critical damping coefficient and can be calculated as

[53]

cc = 2I~k-m (3.24)

3-10



Therefore the damping coefficient, c, in Eq. (3.23) can be replaced by

c = 2 km (3.25)

For <1 the system is said to be less than critically damped, =1 critically damped, and

>1 greater than critically damped. The quality factor, Q, is a measure of the maximum

response at resonance and is defined for a mechanical system as Q=l/2 . Finally, the

undamped natural frequency, o, in radians per second is given as [53]

-0 n =  k (3.26)
m

where the mass, m, is taken to be the mass of the movable mirror since the mass of the

spring flexures is considered to be negligible. As damping becomes a factor (i.e.

increases), the damped natural frequency is found to be

03 damped = (0 n F 2 (3.27)

The developments of this section shall be used in a comparison of the

experimental frequency data taken from mirrors off of MUMPS 6. Furthermore, the

SDOF model developed in this section provides for an estimation of the resonant

frequency of MEMS devices by knowing their mass and spring constant. Conversely, the

spring constant can be calculated by experimentally determining the resonance frequency

and knowing the mass of the structure.

3.2.2. Heat Actuator

The heat actuator is used to control the movement of numerous devices developed

for this thesis. Previous studies at AFIT have yielded an emperical equation for relating

the deflection, d, for an applied current, I, in a heat actuator with known geometry [10,

3-11



11]. The data was taken from a heat actuator array on MUMPS 6 and yielded the

following exponential fitting equation

d = A exp(BI) (3.28)

where A and B are fitting constants. These heat actuators contained no load and therefore

the emperical equation may not represent the deflection of heat actuators used in this

research. The starting point for application of heat actuators as driving mechanisms was

to utilize actuator dimensions that were found to provide the greatest deflection (up to 12

gm) with a current of - 5 mA. Referring to Fig. 2-4, the "best" dimensions were g= 4

jim, L1 = 200 gm and L2 = 160 jim with a width of 14 jim. For larger mass devices and

those which required restoring springs, the optimum heat actuator was arrayed (from 2 up

to 24) in order to provide more actuating force.

3.2.3. Fresnel Lens

A Fresnel lens can be constructed by utilizing the fact that successive Fresnel

zones tend to nullify each other. The basic physical mechanism of a Fresnel lens is

constructive interference utilizing the phase of the optical rays originating from the

source. Referring to Fig. 3-5, the radii of successive zones can be calculated by noting

that a wave traveling the path S-Am-P must arrive out of phase by mX/2, where m = zone

number, with a wave that travels the path A-O-P, such that [16]:

1+ 1 - M (3.29)

p, r,, Rm2

This is a first order approximation obtained by utilizing a binomial expansion and is valid

for Rm small compared to Po and r. The primary focal length can be found from
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PM I rRm=4 r

S Po 0 r P

4

Figure 3-5. Zone-plate geometry. Top sketch is a cross-section of the lens with
dimensions labeled for the equations. Bottom sketch shows how the orders correspond to
the radii [16].

Eq. (3.29) by setting r, = ,, and p, = f such that a point source at S is collimated by the

lens. The resultant equation is

R 2

f - (3.30)
mX

Therefore, the Fresnel lens displays extensive chromatic aberration since the focal point is

a function of the optical wavelength. Also, the area of each Fresnel zone is

approximately equal, with only a slight increase being observed.
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3.2.4. Diffraction Grating

Two primary types of diffraction theory exist: one is vectoral in nature and relies

on the use of Maxwell's equations (with established boundary conditions), the other is a

scalar approach that utilizes Fourier theory [34]. The scalar approach to diffraction

problems is often utilized since it is much easier to solve with existing techniques. Scalar

theory is based on the works of Huygen, Kirchoff, Rayleigh and Sommerfeld [34,55]. In

order to use the scalar approach, the Fourier transform must be utilized.

3.2.4.1. Geometric Modeling

For simple gratings with periods that contain only two levels and have equal width

spacings of the layers there exists a simplified equation to describe the diffraction that

occurs. The equation is derived by using a scalar approach to the light rays or wavelets

that eminate from the slits or valleys. Based on constructive interference, the angles for

the diffracted orders for a particular wavelength can be determined. All that is required is

to know the grating period dimensions, light wavelength, and diffracted order of interest.

The MCNC surface micromachining process has a minimum feature size of 2 tm [ 14].

By using the grating equation [ 16]

sinO m +sinO i = mX (3.31)
a

where: 0m = angle from surface normal to the mth order;

0i = angle from incident light to surface normal;

X = wavelength of light used;

a = grating period width;

the maximum achievable separation angle is defined for a set period width a. For the
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m= 1 order, reflection at normal incidence (0,=O) and a grating period of a=4 [tm, 0i =

5.74-to-10.08 degrees when X = 400-to-700 nm.

To use this type of grating to generate images, as mentioned in Chapter 2, all three

of the primary colors are required for a display and therefore three angles must be used

for the incoming white light source with a fixed slit width grating. An alternative

solution is to vary the slit widths in order to maintain a set value of 0i for the incoming

white light source. At period widths greater than 2 gm the incoming light ray is so close

to the direction of observation that it creates interference problems (see Fig. 3-6).

Improvements in the lithography of the MCNC process would allow for grating spaces of

less than 2 gm and therefore greater incident light angles.

Another difficulty is that most of the light on a standard binary grating is

diffracted into the zero order, therefore decreasing the intensity of the image. Figure 3-7

demonstrates how gratings are typically blazed to alleviate this problem. To date, no

method has been developed to generate continuous blazed (versus binary blazed) surfaces

with planar surface micromachining processes.

3.2.4.2. Fourier Modeling

One scalar method that has proven very useful for modeling the diffraction pattern

produced by a particular diffraction grating is based on the Fourier transform. For the

particular case shown in Fig. 3-8 the expression which describes the sum in the image

plane of the amplitude components due to contributions from the entire aperture may be

written in integral form as [55]:

G( ) = J0P (x)exp{2nix}dx (3.32)
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where G( ) is the resultant one-dimensional amplitude at a point s in the plane of the

focused diffraction pattern defined by (sinO/2X)= and p(x) is the function describing the

amplitude of the wavefront at a position x in the plane of the aperture (see Fig. 3-8). This

operation of multiplying a function p(x) by an appropriate phase factor and integrating

over the result is known as a Fourier transformation. In optical terms, G( ) is simply the

100

80-

Red (k=700 nm)

6Green (X=520 nm)

Ca

Blue (k=450 nm)"z 40

0-

20

2 4 6 8 10

Grating period width (micrometers)

Figure 3-6. Variation of allowed incoming light angle (Om-0i) versus grating period
width (a) for three wavelengths.
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Specular Reflection

m= -1 Specular Reflection (m= -1)

*mth Order (m= 0)

Oth Order (m= 0)

Y

(a) Binary (b) Blazed

Figure 3-7. Binary versus blazed gratings. yis the blaze angle [15].

Fraunhofer diffraction pattern of the object represented by p(x). By using the results of

this theory a very succinct description of a selected diffraction grating can be obtained in

order to provide insight into how given features will affect its performance.

Image Plane p

Figure 3-8. Diffraction by an aperture [55].

A grating is composed of three basic functions. First is the rectangle that

describes the opening or aperture for the entire grating. A 2-D rectangular apertures
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Fourier transform is shown in Fig. 2-11. Next is the period of the grating, in otherwords

its physical shape, which describes the phase shift that the light encounters as a function

of the thickness of the grating. The Fourier transform of this function is unique to its

shape. Finally, there is a function that describes the frequency of occurrence for the

period, this is usually described by a comb function (a series of delta functions with a set

period).

A simplified way to describe how the developed model works for analyzing

diffraction gratings designed using the MCNC process is to consider, as an example, the

analysis of Young's slits. In order to evaluate the double slit, two transorms must be

utilized. The first one is the Dirac delta function 5(x) and the second is the rect(x). The

Dirac delta can be described optically as a point source, or slit source in 2-dimensions,

and is described mathematically as [54]

8(x)= }Xo (3.33)

the integrated amplitude is defined to be equal to unity and the Fourier transform of a

Delta function at a position x is given to be [54]

G(4) = f 5(x) exp{2nixj}dx = exp{2ni~x } (3.34)

Likewise, for an infinite set if Dirac delta functions seperated by a distance d (known as a

comb function) the Fourier transform is [54]

n=oo

Y exp{27rindQ} (3.35)
n=-
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The rect function (or top hat function) is unity between some limits and zero elsewhere.

This function represents a uniformly illuminated aperture. For a rect with width (a),

symmetrically positioned with respect to the origin, the mathematial description of the

Fourier transform follows [54]

G(4) = a/2 exp2ixd exp{2i} ]a12 = sin(a) = a[sinc(a) ]

f -a / 2 27i -a12 It

(3.36)

The convolution of the period function with the comb function results in a copy of the

period function being positioned at each delta (5) of the comb function. After

multiplication with the rectangular aperture function the grating is defined. This entire

process is shown in Figs. 3-8 and 3-9, where Fig. 3-8 shows the aperture in which the

grating function from Fig. 3-9 is placed. It is important to point out that a multiplication

(x) in space is a convolution (®) in inverse space and likewise a convolution in space is a

multiplication in inverse space, as shown in Figs. 3-9 and 3-10. After Fourier

transforming each function and performing the associated mathematical manipulation the

resulting diffraction pattern is generated [55]. The only mathematical step required to

determine the angle of diffraction for the different orders is to use the relationship [34]

cos(O) (3.37)

where: = 90-0 = angle of diffraction measured from the surface;

= the diffracted wavelength.

Additional model parameters must be added to account for long-term periodic errors in

the grating, such as the surface roughness of the substrate, which creates what are known
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as Rowland ghosts in the diffraction pattern. These ghosts are seen to be close to the

diffracted orders. Furthermore, short-term periodic errors in groove position, such as

imperfections in the grating line edges, effect the resulting diffraction pattern by creating

what are known as Lyman ghosts. Ghosts of this type are widely separated from the

diffracted order lines. These effects are shown in Fig. 3-11. Modeling of devices in this

thesis have shown that these effects do not need to be included for an engineering

evaluation.

FV ®f__f'if x _ _-__

Figure 3-9. Diffraction model. Method for calculating diffraction pattern for Young's
slits [55].

•IIIIZI x jjJJJIj ® __,__

0 x : " "

Figure 3-10. Diffraction model. Method for calculating diffraction pattern for a blazed
grating [55].
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3.2.4.3. Variable Grating Example

Using the theory that was outlined in Section 3.2.4.2, a mathematical description

can be derived for a grating of any set dimensions. This section goes through the

development of an expression for the Fraunhofer diffraction pattern of a three level

variable grating as shown in Fig. 3-12. The relative heights correspond to complex

amplitudes and are described in the equations as complex exponentials which account for

the phase shift that the light experiences when reflecting off of the different surfaces.

W

_F_ _ L (a)

w-4 (b) A
1/x

I ILI I I uc -A'i,

(c)

Figure 3-11. Diffraction model with introduction of noise and the production of ghosts.
(a) real space rectangular aperture with and without noise; (b) reciprocal space patterns
for functions in (a), notice the formation of sattelite peaks in the right-side image; (c)
representation of where ghosts "appear" in the diffraction pattern [55].
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The real space expression for the grating in Fig. 3-12, for r=0-2 jim, would therefore be

x A ) n- 2 (47ca) _____ n(x-A n-7 'lret±'
g(x) = rect )+e rect 

n=-- (02 ~ 01 W

(3.38)

where the rect outside the summation defines the number of periods that make up the

grating and W is the width of the aperture. The terms a, P3, y, Ap, oi1, and 02, are defined

in Fig. 3-12 and will vary depending on the grating design or deflection position during

operation. By taking the Fourier transform of Eq. (3.38) we obtain the complete

description of the diffraction pattern:

G( ) = [ei(A sinc(- 1( - ) + ei t- 03 sinc- 8 - n .

+e 2~ e 2 -c __64 0 Wsinc(WO)

(3.39)

The amplitude as a function of angle can now be found by taking the absolute value of

Eq. (3.39) and using Eq. (3.37) to correlate the reciprocal space location, 4, to an angle

with respect to the normal of the grating. Equation (3.38) can be modified to yield an

equation for r=2-4 jim by adding an additional rect term since the Poly 2 grating will

partially overlap the Poly 0 surface.

Application of a Fast Fourier Transform (FFT) algorithm in Matlab allows for Eq.

(3.38) to be calculated for any designed grating period. Matlab m-files have been written

to obtain diffraction pattern data for a given grating design. These m-files are included in

Appendix A. The generic output for a specified set of input conditions resembling a 2
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ptm grating (i.e. 4 ptm period) is shown in Fig. 3-13. The model sets up a discrete vector

that represents the phase height of each portion of the grating like that accounted for by

the complex exponentials in Eq. (3.37). As shown in Fig. 3-13, the grating had 10

periods each 4 pm wide for a total width of 40 gtm. The model uses a resolution of 1000

pixels per gm (i.e. one pixel per nm). The model then uses the FFT to achieve the

discrete result of Eq. (3.38). The vector must be increased in size to a value equal to a

power of two, since the FFT algorithm used by Matlab differs depending on the size of

the vector. After the diffraction pattern is obtained, the angles for the first three

diffraction peaks past normal incidence are calculated from Eq. (3.36). The angle of

Ap=8 ,m

1. 5 jim 0. 5 ILtm P=2 gtm

2u[m c

(a) Poly 2
mPoly I

....... 2 .m Full Deflection

(b)

6 -=4 gm

Substrate or

PolyO0
(C)

Figure 3-12. Grating period development for the variable diffraction grating with a 2x6
gtm line/spacing setup. (a) indicates the zero deflection position (7=0 jm), (b) is for T=2
gtm deflection position and (c) is for r-4 gm deflection position. The period is shown for
each position by the black line.

3-23



incidence can also be varied and a second layer with a different period can be added (i.e.

the Poly 2 layer). Additional m-files allow for data to be extracted over a range of

positions, both for lateral deflection of the poly 2 grating and up-down deflection of the

poly 1 grating. This data will be compared to the experimental results in Chapter 5.

Normalized Diffraction Pattern
1 I I I I

Wavelength= 633 nm width0= 2.0 microns
0.9 Number of Periods= 10 space 1-2= 2,0 microns

Incident Angle= 0.0 deg widthl= 2.0 microns
0.8 -Angles= width2= 0.0 microns

m= 1, 8.887 deg
0.7 -m= 2, 28.238 deg

m= 3, 52.353 deg
0.,6

0.5

0,4

0,3
0.2

0.1 \ i I

0 L-r i -'A.-

-80 -60 -40 -20 0 20 40 60 80

Figure 3-13. Output from grating model for a 2 gm x 2 pim grating illuminated by a
HeNe laser (X=632.82 nm) at normal incidence.

3.3. Micro-Interferometer

From Fig. 3-14 the change in distance traveled for the light on the object path

BS1-M1-BS 2 relative to a set displacement xo of mirror M1 is found to be

2d- 2 x 0 (3.40)
sin(Qp)

where (p is the angle of the first diffracted order (m= 1) for the beam splitter (BS 1), as

calculated from Eq. (3.30). Therefore, since X/27r is the number of ptm/rad, the change in
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phase can be calculated and substituted into Eq. (3.6) to obtain a relationship for I as a

function of the displacement xo. The resulting equation describing the micro-

interferometer operation is

(Imax -In n )(2n + Imax +cs 2n

I sinp m (3.41)
2

3.4. Thermal Testing

The primary goal of thermal testing was to characterize the change in the Elastic

Modulus (Young's Modulus) as a function of temperature. The FBMD was the main

device selected for this characterization. In order to obtain the modulus as a function of

temperature an acurate model for the spring constant, ky, of the device must be

developed. The accuracy of the Young's Modulus versus temperature curve that is

generated will be limited by the equation that describes the spring constant of the

flexures.

A spring, as shown in Fig. 3-16, can exhibit 4 independent spring constants from

lateral loading, bending, stress, and torque [46]. Since the FBMD can move at most 2.75

ptm in the vertical direction (for MUMPS 9 devices where Poly 2 forms the flexure), the

spring constant due to beam elongation is negligible compared to the other three terms.

Stress is considered an axial term since it depends on the cross-section of the beam and is

included in the total spring constant. Beam bending is taken into account by the lateral

spring constant since the beam is anchored at one end to the substrate. Figure 3-16 shows

the forces that act upon one of the square FBMD flexures. Since springs can be treated as

inductors, and the three spring constants are in parallel, they sum to provide the spring
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constant, kflex, that descibes the flexure. This model is shown in Fig. 3-17.

M 0---------

BS, BS2

M 2 .. ...

Figure 3-14. Schematic of a micro-interferometer design. BS -beam splitter and M=
mirror. M, is the mirror that moves to provide the optical modulation.

The lateral deflection of a rectangular beam can be described by [53]

3xoE

kl =-(E (3.42)
L3

where cc= I1-to-4 depending on whether the flexure is considered to be hinged at both ends

((x= 1) or fixed at both ends (a =4). Selection of an intermediate value for a can be used

to account for the bending within the plate which causes the flexure-to-plate interface to

be semi-fixed/semi-hinged. E is Young's Modulus of elasticity, I is the moment of inertia

for the cross-section of the beam, and L is the length of the beam.
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Pr kbending

kaxiaP ktorsion p

Figure 3-15. Four types of spring constants where P is the applied force. In model, the
thin film stress is accounted for as an axial spring constant term [46].

(a) Top View 7

Flexure

U Flexure Anchor

(c) Side View (c) End View

Figure 3-16. Pictoral representation of a two sided hinge, like that used on the square
FBMD, with the forces (P and T due to P) acting upon the flexure shown.
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kflex
Anchor:

Mirrorktk
...... ..... .......... 

e

Figure 3-17. Representation of the spring system for a square FBMD where: k, is the
lateral spring constant, k, is the axial spring constant dure to material stress, and kt is the
torsional spring constant.

For a rectangular beam with dimensions as in Fig. 3-16, the inertia is given as [56]

w3
I - (3.43)

12

Therefore, the spring constant due to bending is found to be [56]

Euwt3

kl = - 3 (3.44)
4L3

The residual stress in the beam contributes an additional spring constant term. The force

imparted on the beam in the downward direction can be related to the force in the axial

direction which is proportional to the stress within the material. The residual stress

spring constant is therefore calculated as follows

P
ks = -- (3.45)

L

P=(yrA =( rWt (3.46)
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k_ 9rWt
ks - Grt(3.47)

L

where Gr is the residual stress of the material and L = L1 + L2. Finally, the torsional

spring constant of the flexure is calculated by knowing the force that acts upon the second

length of the flexure (L 2) which imparts a torque on the first length (L1). The angle of

rotation (0) that is observed due to the torque is known to follow the relationship [57]

TLI (3.48)

KG

where T is the observed torque and equals the force (P) times the perpendicular distance

from the first leg (L2sin(O)), where 0 is defined as shown in Fig. 3-16. The shear modulus

of the material (G) can be related to the elastic modulus by knowing the Poisson ratio (v),

such that [58]

G = (3.49)
2(1+v)

and K is a constant that depends on the cross-sectional geometry of the material. For a

rectangular cross-section K is [57]

K ab3[16_(3.36bj)l 1_ 0 (3.50)S3 \a ),12a 4

where a=w/2 and b=t/2. Since 0 is small for the deflection, d, being considered, it can be

approximated as d/(2L2) where the 1/2 factor accounts for the corner only being deflected

half of the distance d, therefore decreasing the amount of torque on the flexure.

Substituting this relationship for 0 and Eq. (3.49) into Eq. (3.48) and solving for the

force-deflection ratio yields the torsional spring constant.
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kt =  - (3.51)
d 4L2L 1 (l+v)sin(O)

For the square FBMD flexure 0 is 90 degrees and the sine term equals unity in the

equation, but for mirrors like those in the hexagonal array this term can be other than

unity. The total spring constant for the mirror is the flexure spring constant times the

number of flexures, which yields

ksy s = Nkflex = N(kj + ks + kt) (3.52)

The modulus of elasticity can now be derived by knowing the experimentally

determined spring constant at a particular temperature. The application of a finite

element code would allow for the determination of a spring constant, while in the design

phase. This would allow for model characterization of the device and prediction of its

performance. For example, the spring constant directly effects the resonant frequency of

the device as shown in Eq. (3.25). The deflection as a function of voltage will also

depend on the spring constant of the flexure system. The fact that the spring constant

directly affects the performance parameters makes it a very important design factor for

any device.

Another method for obtaining spring constants of MEMS devices is known as the

Rayleigh method and was used to calculate the spring constant for a microresonators

meander spring [58]. This method equates the maximum strain energy to the maximum

kinetic energy for the given meander. In all cases the maximum strain energy is known to

be when the beam is fully deflected and the maximum kenetic energy occurs at the resting

position [53]. This method will yield an approximation for the natural frequency of the

meander from which the spring constant can be calculated by Eq. (3.26). If the deflection
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of the beam is known exactly then this method will give the true natural frequency.

When the classical method used to derive Eq. (3.52) becomes excessively difficult due to

the number of moments (i.e. corners and bends) then the Rayleigh method can be used to

obtain a satisfactory result.

3.5. Summary

This chapter has discussed the key mathematical concepts used to analyze the

devices and systems designed for this thesis. As discussed in Chapter 2, MOEMS

embodies the three fields of optical, mechanical and electrical engineering. The

interferometer, diffraction grating, and Fresnel lens concepts embody the optical work of

this thesis. The flexure spring constants, material strength parameters, and mechanical

work of electrical origin are the mechanical aspects of the selected MOEMS devices.

Finally, the electrical parameters are evident in the analysis of drive mechanisms such as

the parallel plate capacitor and the heat drive actuator.
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4. Experimental Setups, Procedures, and Design Descriptions

This chapter covers the MUMPS design process, specific design considerations,

characterization setups, testing procedures, and device descriptions. Several test setups,

requiring various pieces of test equipment, were required to conduct this research. This

chapter discusses those setups, procedures and test equipment. The later section of this

chapter describes the major classifications of devices that were designed for study. Each

classification is described based on intended function, operational characteristics, and

where appropriate, design variations.

4.1. MUMPS Process

The devices studied in this thesis were designed in the Very Large Scale

Integration (VLSI) Laboratory, bldg. 640, at AFIT using the Cadence layout editor. The

Cadence layout editor has been customized with a MUMPS technology file that describes

the specific process used by MCNC. Each layer that is drawn represents a specific

process mask that is used to fabricate the MEMS devices. The designer draws the mask

layers as required to form the desired design. Figure 4-1 is a representative example of

the Cadence screen layout observed during the design phase. After layout of designs is

accomplished using Cadence, the mask layers are digitized in the form of Caltech

Intermediate Files (CIF). This format is acceptable to MCNC and is sent via electronic

mail (email) or File Transfer Protocol (FTP). Provided in Appendix B is the complete

Cadence layout for each die designed during this thesis.
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external pads on the device. External bond pads on the edge of the die allow for wire

bonding of the chip into standard integrated circuit packages. Electrical ctionnves can
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subsequently be made to the device through the pins on the package. Surface wiring can

also be used to array numerous devices together in order to provide a common electrical

interface which reduces the amount of probing required. The majority of wiring is drawn

with the gold layer on top of Poly 2 to reduce the series resistance, but can be drawn with

any of the layers (Poly 0,1 or 2) if the resistance is not a factor in the design.

Another design consideration is the effect of surface topology on the thin film

layers. During fabrication each successive layer conforms to the topology that is defined

by the masking steps already performed in the fabrication. This results in a conformal

effect as shown in Fig. 4-2. This effect must be considered during the design phase and

can be used to constrain movement or guide mechanical operation of the device.

Conformance can also cause detrimental effects such as nonuniformity in surface layers

and change in the physical properties of a spring flexure. For mirror surfaces these

nonuniformities will lead to loss in reflected intensity at the desired angle. Furthermore,

conformance can contribute to fabrication problems if the sacrificial layer is too thin since

the structural layers can come into contact and stick.

For flip-up structures it is important to consider how the devices will be elevated

and locked into the desired position. As was mentioned in Chapter 2,flip-helpers have

been constructed to assist in this process. Locks in the structure must be high enough off

of the substrate to provide adequate restraining force yet not too high that they impede the

flip-up procedure. Theflip-helper must be designed such that it prevents shearing of the

hinge pins yet allows for a probe to be inserted under the elevating structure or

4-3



Poly 2 layer with
conformancePoly I layer

' ..- Impeded actuation

Free /Guided of Poly 2
actuation of Poly 1

Figure 4-2. Conformal effect of polysilicon layering in MUMPS.

completely performs the elevation process. Initial flip-up designs, both on MUMPS 7

and MUMPS 8 did not include flip-helpers and indicated that such devices were needed.

Preferably, different design variables would be altered in order to determine the optimum

design for these devices. Since this thesis is looking at systems with numerous flip-up

elements, aflip-helper had to be used that would work with a high degree of confidence.

The chosen flip-helper utilizes both a flip-jack and pyramid elevating arm to increase the

chance that the flip-up procedure will be successful. The layout of this device is shown in

Fig. 4-3. Selection of a lock point on the flip-up structure relative to the hinge pins was

also made based on a desire to ensure device success. In order to minimize the force

imparted on the hinge pins and structure by the lock mechanisms, the hinge pin-to-lock

point distance was made very short (-10-15 jim). Future work should look at improving

the design of theflip-helper and lock mechanisms.
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Pyramid flip-helper

Flip-jack *

Vertical locking
mechanism

Figure 4-3. Flip-helper layouts in Cadence. Top view is the standard flip-helper with
pyramid lock and flip-jack. Bottom view is modified flip-helper used on structure that
must move in the direction shown after elevating. In both views the standard vertical
locking mechanism is shown.

Design guidelines from MCNC recommend that a etch hole be provided in large

plates at 30 gm centers [14]. If the plate is to be used as a mirror then these etch holes

introduce diffraction effects into the beam. Plates have recently been fabricated with -

100 [m separation between centers of etch holes and are successfully released during

etching. Flip-up mirrors on MUMPS 8 and MUMPS 9 used etch holes at every 50 Rm in

order to minimize their effect on the optical beam.

The minimum design snapgrid, based on MCNC lithography, is 0.25 ptm. For this

reason it is futile to snap to dimensions less than 0.25 ptm when using Cadence to layout
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devices. For large structures this poses no problems, but for dimensionally precise

structures such as Fresnel lenses it limits the accuracy of the device dimensions and

requires rounding in the calculation of the orders from Eq. (3.30). Furthermore, the

minimum feature size in MUMPS is 2 Rm, which sets a limit on how small the period can

be for a diffraction grating. The minimum feature size also establishes a threshold for the

spring constant since it defines the minimum cross-sectional area possible by design.

Finally, adequate space on the surface of the die must be allowed for operation

and probing of the flip-up devices. It was discovered throughout this thesis that the desire

to make die density large degraded the efficiency of testing by causing interference

between devices and difficulty in probing (both electrical and mechanical). If possible,

probe pads should be made at least 100 gm square. In a research effort support structures

should not impede the characterization of devices and making probe pads too small with

devices packed too close together may limit succesful testing.

4.1.2. Post Processing Procedures

After devices are received from MCNC, it is necessary to perform some post

processing steps to release the devices and prepare them for characterization. Individual

die are shipped from MCNC in an unreleased state, with a layer of protective photoresist

coating to protect them during shipment. The MUMPS release procedure developed at

AFIT is summarized in Table 4-1. An overview of the typical post processing steps was

given in Chapter 2.
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Table 4-1. Release Procedure for MUMPS Fabricated Die.

Step Solution Time Notes
1 Acetone 5-20 min. Removes Photoresist
2 Deionized water 5 min. Rinse off acetone
3 HF(49%) 2-2.5 min. Etch sacrificial layers
4 Deionized water 5 min. Rinse off etchant
5 HF:HNO 3:CH 3COOH(Glacial) (2:2:30) -20 sec. Polish etch polysilicont

6 Deionized water 5 min. If step 5 is included
7 2-Propanol 5 min. Displace water
8 Hot Plate at -10 0 °C -30 sec. Evaporate 2-propanol

t Used for MUMPS 7 and 8 die to attempt releasing hinge pins on flip-up structures.

4.2. Experimental Setups

After devices have been fabricated and released they must be characterized using

one of the testing locations available at AFIT. For electrical testing and mechanical

probing of devices the micromanipulator probe station in the AFIT Cooperative

Microelectronics Laboratory, bldg. 125, was utilized. For optical characterization of such

devices as the grating pixels and arrays, as well as the interferometers, the photonics lab

in bldg. 194 was required. Finally, thermal device testing and deflection measurements

were obtained using the MMR refrigerator and laser probe interferometer located in bldg.

640. Each setup is reviewed in the sections that follow.

4.2.1. Optical Device Experiments

Depending on the device to be tested, the setup in Fig. 4-4 was modified to obtain

the appropriate data. Most of the work on this station involved characterization of the

variable diffraction gratings. The far field intensity pattern was obtained by placing a

screen at position 2. By measuring the distance from the device to the screen, and the

separation between diffracted orders, the respective diffraction angles could be calculated.
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The zero diffraction order was directed away from the incoming beam by tilting beam

splitter (B) enough to place the zero order on the screen for measurement. With the room

lights dimmed, the far-field intensity pattern could be recorded using the far-field CCD

camera and Image-ProTM software [60]. Frequency response measurements were taken

using the FND-100 detector and a LeCroy digital oscilloscope. The order to be

modulated was directed onto the detector by using a mirror at position 1. The same

mirror setup was also used to feed a Coherent Fieldmaster optical power meter to

determine relative static intensity values as a function of the voltage applied to the device.

Imaging of the device with this setup can be obtained by sliding the l0x objective into the

beam path and using the near-field CCD camera.

HeNe Laser Microscope

Neutral Beam Splitters

Density Filter
A

SFar-Field
-- CCD

lox Objective .Camera
Lens (f = 20 cm) : Device

Under --

Test

Near-field CCD Translation Stage

Camera
I to the rest of setup

................................

Figure 4-4. Setup used for characterization of optical components and systems.
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For testing of the micro interferometer, the incoming beam is directed at one of

the 45 degree mirrors that are located at the ends of the micro interferometer on the die

being tested (see Section 4.4.6) and the output from the system is angled away from the

input using beam splitter B. Optical modulation as a function of drive signal to the heat

drive actuators can be measured using the FND-100 and LeCroy oscilloscope as was done

for the variable gratings. The maximum and minimum output intensity can also be

determined by using the Fieldmaster and mirror arrangement. This data can then be used

to calibrate the intensity data from the modulation measurements.

Fresnel lenses were not tested in a flipped up state using this set up, but their

effectiveness can be determined by observing the screen pattern achieved during

illumination. By measuring the separation distances between the rings created on the

screen and knowing the distance from the DUT to the screen, the focal point can be

estimated and compared to the designed value. The screen patterns can be captured using

the far-field CCD camera and the frame grabber software. Using this method it is

difficult to determine the amount of power incident upon the Fresnel lens that would be

focused down at the focal point since the reflected pattern on the screen is larger than the

detectors available and would require the use of another focusing lens.

4.2.2. Probe Station Device Experiments

A probe station was used for the mechanical probing operations of all flip-up style

devices. Furthermore, the probe station provided for basic electrical parameter

characterization. After releasing the die, it was secured in a holding block and placed on

the micromanipulator probe station. Flip-up optical components and systems were

adjusted into their operational configuration using the mechanical probes with the
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assistance of the flip helpers described in Section 4.1.1. After mechanical adjustments

were made, electrical devices that provide device movement, usually heat drive actuators,

were tested using a function generator or voltage/current source. At this time any

electrical parameters requiring measurement were taken. After removal from the

micromanipulator probe station, die with optical components were characterized using

optical testing as explained in Section 4.2.1.

4.2.3. Thermal Experiments

Performance of thermal testing requires the interface of three sets of components:

the microscope-based laser probe interferometer; the Low Temperature Micro Probe

(LTMP); and various pieces of electrical testing equipment. The interface is shown

schematically in Fig. 4-5 with a photograph of the operational setup shown in Fig. 4-6.

Prior research work has described in detail the operation of the microscope-based laser

probe interferometer [23] which works off of the mathematical principle described in

Chapter 3. The original setup dimensions for this device were modified in order to

maintain a small laser spot size on the device under test (DUT). Modification also

required changing the microscope objective to facilitate a longer focal length in order to

reach the DUT within the LTMP. The LTMP was first used at AFIT by Merkel to study

the thermal effects on Heterostructure Field Effect Transistors [68].

The LTMP, model #LTMP-4, is manufactured by MMR Technologies and is

composed of four major components: the LTMP; the Joule-Thomson refrigerator; the gas

manifold and Nitrogen supply tanks; and the K-20 programmable temperature controller.

4-10



Low Temperature Laser Probe Interferometer Reference
Micro-Probe Mirror

Ea I v- PIN Silicon

on the rack behind the air table. Microscope-based laser probe interferometer with low

temperature microprobe positioned below the microscope is shown on the air table.
Nitrogen tanks are for the Joule-Thomson refrigerator and backfill system.
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A model similar to the one used is shown schematically in Fig. 4-7. The procedure for

operation of this device is described in Section 4.2.3.1. The physical principle of how it

operates is described in Section 4.2.4.

To Volt Meter or Instrumentation

Regulator Electrical Copper Tubing

Pum

TmeteCo trol ler" in.

ia3prbchmeRubber Tubing
Filter -'

Gas Line -" kFlow Meoter

MMR Programmable "
Temperature Controller

Figure 4-7. MMR technologies thermal test setup. Low temperature micro probe shown
is a 3 probe chamber unit (versus the 4 probe used in experiments) [63].

Continued testing of micromirrors for voltage versus deflection required the

development of a new drive signal generator. Prior thesis students were testing mirrors

which could be sufficiently driven with available function generators or used a signal

generator which continually failed due to design deficiencies. Function generators at

AFIT are limited to 15 V sinusoidal peak-to-peak with a maximum offset bias of 7.5 V.

This is often insufficient to drive the micromirror devices depending on design of the

spring flexures and area of the mirror.
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Acquisition of 1:5 step up transformers designed with an input impedance of 50 Q

(North Hills Electronics, model #0904LB [69]) allowed for the design of a signal

generator, as shown in Fig. 4-8, that could reliably provide a drive signal of 75 V

sinusoidal peak-to-peak with up to 50 V bias. Available transformers with a 1:5 turns

ratio can be used from 1 kHz to 100 MHz. If required, 1:2 step up transformers that

operate down to 50 Hz are available from the same manufacturer. For the drive signal

generator to interface with the 7200 LeCroy Oscilloscope, 10:1 and 100:1 voltage

dividers are provided in the design [61]. Tunning potentiometers were used to callibrate

this part of the circuit. The bias is provided by an external power supply (HP 6236B).

The allowed bias of 50 V is limited by the specifications of the transformer. The 500 gF

capacitor provides protection for the transformer from the bias. The circuit was verified

using a Spice@ simulation software package [61 ].

+) I M

JUJ.1 + Scope
Signal 5 120QDrive I

Fuse DC Bias:o A i~l __ :o....... i .. .i'. :.................
250 mA 10 KU 100 KD

Figure 4-8. Schematic diagram of device input drive signal generator.

4.2.3.1. Thermal Testing Procedures

Specific procedures exist for accurate operation of the MMR refrigerator assembly

[63-67]. In order to heat or cool devices using the LTMP, a start-up procedure must first
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be carried out as discussed in Table 4-2. All manifold operations refer to the valves as

labelled in Fig. 4-9.

Table 4-2. Low Temperature Microprobe Start-up Procedure.

Step Operation
1 Make sure all valves are in the closed position (turned clockwise)
2 Turn on the vacuum pump. If the pump does not transition from initial

noisy to subsequent quiet operation, turn pump off and check all vacuum
line connections to ensure they are tight.

3 Turn on power to Convectron vacuum gauge. Check power light on front
panel (red). Observe that the pressure indicated is 760 Torr or greater.

4 Open vacuum isolation valve (VI). Chamber pressure can now be
monitored from the vacuum gauge.

5 Initial pump down times to 5 mTorr could be 10-to-24 hours. 20 mTorr or
less is sufficient to operate the refrigerator. If this pressure is not ahieved in
the time period specified, close V1 and monitor the vacuum pressure rise. If
the pressure increases to atmosheric in a few minutes, there is a leak in the

I system.

The rapid recycling of a MMR cryogenic system from atmosheric pressure to

below 5 mTorr and room temperature to 80 K requires the use of a dry gas backfill

system. The backfill gas selected for use is the same prepurified grade Nitrogen

(99.998% pure) used for the MMR refrigerator. After the new high pressure tanks (-2500

pounds per square inch gauge (psig)) drop below the required operating pressure of the

refrigerator (-1800 psig) then the tank is used for the backfill operation. Backfill is

performed at a pressure of 15 psig or less and is regulated by R and VR in Fig. 4-9. The

backfill operation is outlined in Table 4-3 and is performed whenever the LTMP will not

be used for extensive periods of time. During this thesis, backfill was performed every

night after testing since maintaining vacuum overnight risked contamination of the

chamber in the event of a power failure.
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Table 4-3. Low Temperature Microprobe Backfill Procedure.

Step Operation
1 Allow the vacuum chamber pressure to increase above 5 mTorr when

operation of the MMR refrigerator has terminated and have warmed the
refrigerator to room temperature (300 K).

2 Close the vacuum isolation valve (V1).
3 Regulate the pressure from the backfill tank to 15 psig or less.t

4 Open backfill isolation valve (V4). If gas pressure exceeds atmosheric by
more than 1 psi the pressure relief valve (VR) will open and allow some of
the backfill gas to escape. Gas hissing may therefore be evident.

5 Open the vacuum chamber valve (V3). The flow restrictor (R) will limit gas
flow so that the pressure will increase to atmosheric slowly. When the
vacuum gauge (VG) indicates atmosheric pressure, proceed to step 6.

6 Close vacuum chamber backfill valve (V3).
7 Turn off the vacuum pump (VP).
8 Open the pump line backfill valve (V2). Wait until the pressure relief valve

(VR) starts venting. Will hear gas hissing.
9 Close the pump line backfill valve (V2).
10 Close the backfill gas isolation valve (V4).
11 Close the main valve on the backfill tank.

t Do not change the low pressure gas setting of the regulator on the backfill gas tank.

Prior to performing the setup procedure outlined in Table 4-2, the die containing

the Devices Under Test (DUT) is mounted onto the tip of the refrigerator. In order to

facilitate the optical interface of devices through the Sapphire window of the LTMP a

1/8 inch thick copper block has been mounted onto the end of the refrigerator using the

same silicon-based conductive greese used for mounting of the chip. This positions the

focal length of the selected microscope objective at the surface of the chip with enough

clearance above the sapphire window such that the translation stage can be adjusted while

maintaining focus. Due to the limited size of the sapphire window, interference with the

microscope objective prevents viewing of the entire chip without repositioning the chip

on the refrigerator. In order to mount the chip onto the refrigerator it must first be
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VG

V, To system

V2 t t vacuum chamber

F VR V3

R V4

VP ___I_________

Backfill Gas Inle"

F Inlet filter, vacuum pump

GT Vacuum gauge tube
R Gas flow restrictor
VG Vacuum gauge (analog)
VP Vacuum pump
V1  Vacuum isolation valve
V2  Pump line backfill valve
V3  Vacuum chamber backfill valve
V4  Backfill gas isolation valve
VR Pressure relief valve

Figure 4-9. Schematic diagram of gas manifold for low temperature microprobe [65].

removed from the LTMP vacuum chamber. To prevent contamination, the chamber is

first pressurized by performing steps 1-5 of Table 4-3. Prior to removal of the refrigerator

care must be taken to ensure that the probe tips are raised to their highest position so they

are out of the way of the refrigerator and DUT. After removal from the chamber the new

chip with DUT is mounted onto the copper block using the conductive silicon greese

provided by MMR (see Fig. 4-10). After mounting, the refrigerator assembly is

reinserted into the vacuum chamber. A hose is connected to the external flange of the

refrigerator which is mounted to a flow meter to monitor nitrogen flow through the
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refrigerator. If it is desired to obtain 70 K, the output of the flow meter is subsequently

connected to a vacuum assist vacuum pump. This was not done in any of these

experiments. The stainless steel capilary gas line is also connected to a fitting on the

flange of the refrigerator along with the ribbon cabble of the K-20 Programmable

temperature controller. At this time the start-up procedure in Table 4-2 is performed.

After reaching the desired vacuum level (-20 mTorr or less) the high pressure Nitrogen

regulator is adjusted to 500 psi. Gas at this pressure is run through the refrigerator for 3

minutes to purge out any moisture in the system. During this operation the K-20 is

programmed to maintain the refrigerator temperature at 325 K. After the purge is

completed, the High pressure Nitrogen regulator is adjusted to 1800 psi, probes are lowed

to the desired position for testing and the K-20 is programmed to obtain the desired

temperature. Temperatures from 80 K to 450 K can be achieved with this setup. After

testing has been concluded the high pressure gas supply is turned off and the refrigerator

is allowed to warm up (above 0°C) prior to performing the backfill procedure outlined in

Table 4-3. The specification on the silicon conductive greese limits the upper temperature

to -450 K. Above this temperature it is unknown what will happen to the greese. Use of

an epoxy can allow for testing at temperatures above this value up to the limit of the

refrigerator (580 K).

4.2.3.2. Frequency Testing Procedure

The LTMP test setup was also modified to include a spectrum analyzer for

measuring frequency characteristics of MEMS devices. Since the LTMP can be used to
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Sapphire _Microscope
window objective

Copper block Device under test

Low temperature microprobe
connected to x-y translation

Cold end of stage
refrigerator

Manipulator

Figure 4-10. Side view of low tempeature micro probe with two manipulators shown.
Copper block is inserted to allow focus of laser spot onto device under test and to provide
for imaging of the chip.

create a vacuum environment, the viscous damping of FBMD devices can be essentially

eliminated allowing for detection of the devices resonance frequency. The setup used to

interface the HP 4195A Network/Spectrum Analyzer to the LTMP for testing is shown in

Fig. 5-11. The bias voltgage can be adjusted from 0 to 40 V and the source (S1) can

provide 1.26 V peak-to-peak. After connecting to the device, the chamber is pumped

down (see Section 4.2.3.1) and the spectrum analyzer is adjusted to output Ti/RI which

is the transmission coefficient. This value can also be considered the relative mirror

displacement as a function of frequency. Reflection measurements would typically yield

cleaner output signals than transmission, but require the use of a bidirectional bridge.

The bridge available at AFIT is only good for frequencies greater than 100 kHz which is

too high for the devices being tested.
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Low Temperature
Micro-Probe Device~under

HP4195A Vbias A test

Si
Reference (Ri ) Ri

Test (TI)

- Source (S1) 0 BNC Connector A::::: Coaxial Cable

V bias

Figure 4-11. Schematic of electrical connections from the HP 4195A network/spectrum
analyzer to the device under test.

4.2.4. Testing and Characterization Equipment

The following list describes the major equipment utilized in the post-processing and

characterization of devices.

Micromanipulator table - The micromanipulator Company, Model #6200

The micromanipulator allows for the testing of 1 cm square die by placement in a

vacuum chuck. The station can handle up to eight probes for providing voltage or current

sources to the Device Under Test (DUT). Probe tips used in this research are between 10

to 20 pm in diameter which is sufficiently small to contact the device probe pads which

have been designed at 20 to 50 ptm square. The probe station has been customized for

MEMS device testing with electrical interfaces provided for use of a function generator,

voltage sources, multimeters, and a digital oscilloscope. Videos of movable devices can

be taken through the use of a video camera mounted on top of the microscope.

Dual Power Supplies (2) - 1. Hewlett Packard, Model #HP 6236B, 2. Powertec, Model

#6C3000
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The HP is an analog controlled supply for providing two independent voltage or

current sources. Voltages of +/- 20 V and currents of +/- 2.5 A are achievable if

connected independently or the two sources may be wired together to provide up to +/- 40

volts or +/- 2.5 amps. The Powertec can supply 0 to 36 V DC at 1 A.

Multimeters - Fluke, Model #77/BN, #77/AN, and #8600A

The multimeter is the primary device used to measure currents, voltages, and

resistances of devices under static loads. The Fluke is capable of measuring voltages

from 0 to 1000 VDC or 750 VAC and currents up to 10 A. Resistance measurements can

be made up to 32 MK.

Function Generators (3) - 1.Wavetek, Model #148, 2.Hewlett Packard, Model #3314A, 3.

Hewlett Packard, Model #33120A

The Wavetek is a 20 MHz AM/FM/PM generator with one output at 50 Q. It can

supply a 15 V peak-to-peak sinusoidal voltage with up to 7.5 V bias. The Wavetek is

used as the signal source for the Microscope-based Laser Probe Interferometer. The HP

3314A is able to provide a square, sinusoidal, or sawtooth waveform at frequencies from

10 Hz to 20 MHz. The peak-to-peak voltage can be varied from 0.1 to 10 V with a DC

bias of up to 10 V. This generator is used in conjunction with the probe station. The last

generator, HP 33120A is a 15 MHz Function/Arbitrary waveform generator capable of

supplying up to 20 V peak-to-peak with a 10 V bias. This generator is used with the

optical test setup for grating measurements.

Ball Bonder - Kulicke and Soffa Industries, Inc., Model #4124

This device is utilized when numerous electrical contacts of devices are required,

such as in the micromirror arrays. The device uses temperature, pressure, and ultrasound
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to bond a 25 gm diameter gold wire to the die bond pad and selected IC package.

Scanning Electron Microscope - International Scientific Instruments, Model #WB-6

This piece of equipment is used exclussively at AFIT to photograph the micro

details of the MEMS devices since it has a resolution capability of -4 nm. Photography

is essential for recording device performance and qualitatively evaluating the fabrication

and design of devices. The three dimensional features of MEMS devices are best seen

using this evaluation tool. In order to improve viewing of devices, a thin film of gold

(-300 A) is sputtered on to the die using a Ladd bench top sputter coater, model #30800.

The gold layer prevents charging of the polysilicon which degrades the image quality.

Thermal Testing Station - MMR Technologies, Inc., Model #K20P4-4

1. Low Temperature Micro Probe, Model #LTMP-4

2. Programmable Temperature Controller, Model #K-20

3. Joule-Thomson Refrigerator, Model #R2400-22

4. Vacuum Accessory Kit, Model #C1805/6

The Low Temperature Micro Probe (LTMP) is designed to make thermal material

and device characterization a simple operation without the use of a bulky liquid nitrogen

apparatus. The LTMP has four manipulator assemblies for electrical probing with

external Sub Miniature Adaptor (SMA) connectors provided for interface with test

equipment. Each manipulator assembly is housed in it's own vacuum chamber which is

attached to the main chamber where the refrigerator is housed. Each manipulator is

capable of X, Y, and Z movement over a 1.0 x 1.0 x 0.25 inch volume with high

precision. The main chamber contains a Sapphire window for viewing and optical

interface of the device. Vacuum (for pumping down the main chamber to -20 mTorr)
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and backfill (with Nitrogen at -760 Torr) is provided through a gas manifold which

contains a pressure gauge for monitoring chamber pressure. A three probe LTMP is

shown in Fig. 4-7. The K-20 provides controlled temperature and cycling measurements

over a temperature range from 70 K (-203 'C) to 580 K (307 °C) which are the limits of

the supplied refrigerator. The K-20 provides electrical signals to the refrigerator for

heating and driving devices (if die is wire bonded to refrigerator) and recieves signals

from the refrigerator for monitoring temperature and electrical signals from devices. The

MMR refrigerators operate using the Joule-Thomson effect. When a gas is allowed to

expand through a porous plug or fine capillary tube at high pressure, the gas cools. The

refrigerator uses a counter-current heat exhanger to magnify this effect by precooling the

incoming high pressure gas. The process can be further improved by hooking the

atmospheric (atm) side of the capillary to a vaccum pump in order to achieve -70 K

operation. The high pressure gas source is 1800 psi, 99.998% prepurified grade Nitrogen.

Digital Oscilloscopes - LeCroy, Model #7200 with #7242B plug-in & 9400A

These LeCroy scopes can monitor 2 independent channels of data with voltages

up to +/- 5 VDC into 50 Qi or 250 V (DC + peak AC) into 1 MQ2. The allowed 50 Q

voltage can be increased with the use of probe attenuators. The scopes are capable of

measuring frequencies from 10 MHz-250 MHz at 1 MQ AC. Both LeCroy's are setup

with an HP-IB interface to a personal computer in order to capture waveforms for

analysis.

Current amplifier - Kiethley, Model #427

This piece of test equipment replaces the transimpedance amplifier that was

designed by prior researchers for use in the microscope-based laser probe interferometer
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[23]. Gain up to 1011 volts/ampere is achievable. This amplifier allows for resolution of

the modulation of intensity measured by the PIN photodetector.

Network/Spectrum Analyzer - Hewlett-Packard, Model #HP 4195A

This analyzer is capable of performing measurements from 10 Hz -to- 500 MHz

with the ability to measure the transmission coefficient over this entire range and the

reflection coeffiecient for values _> 100 kHz with the use of a separate directional bridge.

Programmable Stepping Motor Controller with Translation Stages - Klinger Scientific,

Model #CC 1.2

Used for precise positioning of the laser spot from the microscope-based laser

probe interferometer. The stepper can move in two dimensions with a step size of 0.1 gm

and can be programmed with a personal computer through a HP-IB interface.

Optical Detectors (2) - 1. Newport, Model #818-BB-21 2. EG&G, Model #FND-100

The Newport is a battery biased Silicon PIN detector with a risetime of < 1 nsec

and an output impedance of 50 Q. Responsivity is 0.4 A/W @ 830 nm with a saturation

level of 10 mA (25 mW). The EG&G Salem detector has the same risetime, with a

responsivity of 0.62 A/W @ 900 nm.

Optical Power Meter - Coherent Fieldmaster, Model #FM

The Fieldmaster is a digital device that allows for callibrated measurement of

optical power up to - 20 mW without an attenuator.
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4.4. Device Descriptions

This section outlines in detail the major classes of devices designed for this thesis.

In each case a representative layout from Cadence is provided along with a Scanning

Electron Microscope (SEM) micrograph of the device after fabrication. Where

appropriate, the main components of the device are labeled in the Cadence layout.

4.4.1. Flip-up Optical Devices

Device Name: Flip-up Mirror
Actuation Method: Mechanical and Heat drive actuator

This device is designed primarily to provide single direction / adjustable angle

control of a light beam. All of these devices (see Table 4-4) have a nominal size of 171 x

745 [tm with an active mirror area of 150 x 150 jim (see Fig. 4-12). For use with the

small interferometers, discussed in Section 4.4.6, a 50 x 50 jtm mirror is attached to one

side as shown in Fig. 4-14. The original designs of this device (ver. 1-6) included etch

holes in the mirror at every 30 gim which led to a total of 30 etch holes per mirror.

Versions 7-10 include only 4 etch holes for the entire mirror. The original rail formers

included a 20 x 20 jtm square hole for using the probe to remove them from the device.

The rails are 20 jtm wide with a 4 gim wide anchor section. There are two substrate and

one scissor hinge used to elevate the mirror.

Versions 7, 8 and 10 modify the original design for a 45 and 90 degree mirror by

stiffening the mirror elevating arm and connecting the removable rail formers to the

ratchets. The stiffening of the mirror elevating arm is done by utilizing the conformance

of different layers to emboss the arm. Alternating rows, along the entire length of the

arm, of 2 jtm dimple and Poly 0 layers provides the necessary embossing.
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Versions 9 and 10 are both a 90 degree mirror with two sets of heat drive actuator

arrays attached to the ratchet locks in order to provide the final mirror angle mechanical

adjustment (see Fig. 4-13). The Poly 1 lines running from the heat drive actuator arrays,

to the ratchets, are 2 Rm wide and the lock is dimpled to reduce the surface area

contacting the substrate. This minimizes the possibility of stiction during the sacrificial

layer release or operation of the device. A single heat drive actuator is used to engage the

ratchet lock into the ratchet. Versions 1-10 are all initially adjusted for the desired or

starting angle using mechanical probing at the probe point shown in Fig. 4-12.

Table 4-4. Versions of Flip-up Rail Guided Ratcheting Mirrors.

Version # Description MUMPS
1 Nominal 45 degree with 200 jtm long lock 7,8
2 Nominal 45 degree with 100 gim short lock 7,8

3 Nominal 90 degree with 200 gim long lock 7,8
4 Nominal 90 degree with 100 jtm short lock 7,8
5 Fixed 45 degree with 200 gim long lock 7,8
6 Fixed 90 degree with 200 jim long lock 7,8

7 Modified ver. #1 9
8 Modified ver. #3 9
9 Modified ver. #3 with heat actuated ratchets 8
10 Modified ver. #9 8,9
11 Adj. tilt mirror with Heat actuator array 8,9
12 ver. #11 with different lock former 8,9

For ver. 11 and 12 (see Fig. 4-15), pieces of Poly 1 are used to form lock positions

for the elevated plate. Versions 11 and 12 are designed to hold the flip-up plate vertical

after elevation by using the depreesion caused by conformance of the layers. Version 12

uses a Poly 1, 2 gm wide line that is longer than one on ver. 11 to form the locking

mechanism. After being locked into place, the heat drive actuators are used to tilt the

mirror for angle adjustment relative to the substrate.
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sMirror Elevating Arm

Removable Poly 1 th.-- S Rail Former,, -

Mirror Poly 2 Rail Guide

Substrate Hinge
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Probe Point

Figure 4-12. Cadence layout of ver. 3 flip-up mirror with ratchet for 45 degree nominal
angle relative to substrate.

................ ---

Ratchet Lock for mirror angle
adjustment

Figure 4-13. Cadence layout of heat drive actuated ratcheting adjustable mirror from
MUMPS 8. The arrows indicate directions of movement for one side of the ratchet
mechanism.
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Figure 4-14. Scanning electron micrograph of ver. I flip-up mirror with ratchet for 45
degree nominal angle relative to substrate.
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Figure 4-15. Cadence layout and scanning electron micrograph of ver. 11 tilt adjustable
flip-up mirror from MUMPS 7.
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Device Name: Rotating Flip-up Optical Parts
Actuation Method: Mechanical and Heat drive actuator

Numerous designs have been drawn using a rotating, pinned to the substrate, plate

as the steering mechanism (see Table 4-5). Devices included Fresnel lenses, gratings, and

mirrors. All appear similar to the Cadence layout shown in Fig. 4-16 with the exception

of ver. 5 and 6 which looks like the device shown in Fig. 4-17. A micrograph of the

center structure of ver. 1-4 is shown in Fig. 4-18. Version 6 modifies ver. 5 by replacing

the numerous rail formers with a continuous (- 320 degree) rail former which stays in the

rail guide during operation. The locks for ver. 1-4 extend from the sides of the rotating

plate and are one sided to provide precise alignment. The lock idea was first presented by

UCLA [ 11].

Version 7 is a ver. 3 mirror with heat drive actuators positioned for ratcheting the

lower plate to provide rotation of the device as shown in Fig. 4-19. The rotation is

limited to one direction since the teeth of the ratchet are only in one direction and only

over - 150 degrees of the circumference.

Table 4-5. Versions of Rotating Optical Structures with Characteristic Dimensions.

Version # Description Length (pim) Width (gim) MUMPS
1 Rotating Fresnel Lens with 500 489 625 7, 8

gm focal length for 632 nm
wavelength.

2 Rotating Grating with 4 gm 489 625 7,8

period and 2 gtm spaces.
3 Mirror made of Poly 1 489 625 7,8
4 Mirror made of Poly 2 489 625 7,8
5 90 degree mirror with 360 972 1,249 7,8

degree rotation
6 Modified 90 degree mirror 972 1,249 9

with 360 degree rotation
7 Rotating Ratchet Mirror 489 625 7,8
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Figure 4-16. Cadence layout and scanning electron micrograph of ver. 2 rotating flip-up
grating.
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Direction of
Movement

Figure 4-17. Cadence layout and scanning electron micrograph of 360 degree rotating
flip-up mirror from MUMPS 7.
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Figure 4-18. Angled scanning electron micrograph of locking mechanism and pivot point
for rotating flip-up structures.
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Figure 4-19. Cadence layout and scanning electron micrograph of ver. 7 rotating ratchet
mirror.
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4.4.2. Heat Actuators

Device Name: Circular Heat Actuator
Actuation Method: Heat drive actuator

This device is drawn with three different arc lengths of 180, 270, and 285 degrees

(see Fig. 4-20). Similar to the straight heat drive actuator described in Chapter 2, this

device expands outward by applying a current through the two legs. The outer leg is

thicker for half of its length in order to cause the inner leg to heat up and expand.

Dimples are provided at the 180 degree point and at the end of the arc in order to

prevengt the device from sticking to the substrate. For all three devices, the legs were

drawn in Poly 1 since it is thicker and can handle a larger current as well as provide more

force when used to actuate a device.

Device Name: Vertical Heat Actuator Test Arrays
Actuation Method: Heat drive actuator

Two versions of these actuators were designed for testing. Version 1 uses a Poly

1-2 via (2 jim diameter) to connect Poly 1 and Poly 2 thin runners together at 90 degrees

with respect to each other (see Fig. 4-21). By applying a current between the pads, the

thinner 2 Rm wide Poly 1 runner should expand more than the thicker 6 Rm wide Poly 2

runner. The net result should be an upward and outward movement of the device at the

anchor corner. Runners were drawn with four different lengths (50, 70, 90, and 105 jm).

Version 2 of this device uses the same layer (Poly 1) for both runners. Both runners on

this version have the same width of 2 gm and thermal expansion should cause the corner

to move outward.
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Figure 4-20. Cadence layout and scanning electron micrograph of circular heat actuator
from MUMPS 7 (arc length of 285 degrees).
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Figure 4-21. Cadence layout and scanning electron micrograph of vertical heat actuators
from MUMPS 7.
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4.4.3. Surface Mirrors

Device Name: Vertical Heat Actuated Mirror
Actuation Method: Mechanical and Heat drive actuator

This device uses four copies of ver. 2 of the vertical heat drive actuator, with 2 gm

wide polyl extension arms, to move a Poly 2 mirror normal to the substrate (see Fig. 4-

23). The lengths of the extension arms are only 30 pm and the four sets of actuators are

wired in parallel. Series wiring would prevent testing of the device once a single actuator

was burned out and therefore a parallel scheme is preferred for characterization of the

device. The mirror is gold plated and connected at the corners to the vertical heat

actuators using Poly 1-2 via's. It is expected that the current through the mirror should be

restricted since the Poly 1-2 via's are small and the primary current path is through the

vertical heat drive actuators.

Device Name: Fringe Test Array
Actuation Method: Electrostatic

Four Poly 2 and Gold mirrors with equal surface areas (- 1,240 gim2) have been

drawn with different circumferential lengths to test for the effects of fringing in the

electric field. The different circumferential lengths are obtained by using different

geometries: a circle, square, hexagon, and octagon (see Fig. 4-24). Each device is

supported with the same spring flexure setup, with 4 springs connected to the mirror at 90

degrees apart from each other. Each flexure is 73 gm in length (L) and 2 gim wide as

shown in Fig. 4-24. A SEM micrograph of the square fringe test mirror is shown in Fig.

4-25.
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Figure 4-22. Cadence layout and scanning electron micrograph of vertical heat actuated
surface mirror from MUMPS 7.
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Figure 4-23. Shaped mirrors for testing electric field fringing effects from MUMPS 7.
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Figure 4-24. Scanning electron micrograph of square mirror for testing electric field
fringing effects from MUMPS 7.

4.4.4. Variable Gratings

Device Name: Variable Diffraction Gratings
Actuation Method: Electrostatic and Heat drive actuator

Numerous variable diffraction gratings have been designed for fabrication with

different dimensions. All of these gratings have the same basic structure, as shown in
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Fig. 4-26, which includes: an electrostatic Poly 1 actuated grating; Poly 1 and Poly 2

formed rails; and a Poly 2 laterally deflected heat actuator driven grating. Important

period dimensions include: the width of the Poly 1 runners; the width of the Poly 2

runners; the spacing between the Poly 1 runners; and the number of periods in the grating

as outlined for the various devices in Table 4-6. In all cases, the spacing between the

Poly 2 runners is fixed (2-6 Rm) since the Poly 2 runners are centered above the Poly 1

runners before actuation. All devices except ver. 1 and 9 have a nominal Poly 1 runner

length of 50 jim. Versions 1 and 9 have a runner length of 30 Rm. Versions 10-12 are

different in that the rail guides were redesigned to prevent sticking by extending the Poly

2 runners over the edge of the Poly 1. This allows for more holes through which the low

surface tension solution (2-propanol) can displace the dionized water to prevent stiction

during the chip release procedure. These versions also differ in that the number of heat

actuators has been increased to ensure that the Poly 2 plate will be deflected. Versions

10-12 have been designed in two configurations, with and without four Poly 2 hold

downs which are located at the corners of the grating plate. The hold downs should keep

the Poly 2 plate from lifting or twisting after release and during actuation. Versions 10-

12 do not include spring flexures in order to minimize the force required to deflect the

plate. Furthermore, these versions have two heat drive actuators in order to increase the

force applied to the plate and make it symmetrical to prevent twisting since the device

may lock up if it twists. Heat actuators were replaced by 5, 16 and 20 finger electrostatic

combs for ver. 2, 3, 5 and 6 to test the ability to move these gratings with other types of

actuators. For either drive mechanism, the Poly 2 plate only has to be deflected 1/2 of the
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period of the lower plate (a+c from Table 4-6) in order to sweep through the entire

diffraction change possible using lateral deflection. Two scanning electron micrographs

of the original style variable grating, ver. 4, is shown in Fig. 4-27.

Table 4-6. Versions of the Variable Diffraction Grating. (a) Poly 1 runner width; (b) Poly
2 runner width; (c) spacing between Poly 1 runners; (d) number of periods; (e) drive
mechanism: H for heat drive actuator and C for comb drive actuator; and (f) number of
heat drive actuators or fingers for the electrostatic combs.

Version # a (gtm) b c (urm) d e f MUMPS
1_2_2_2_14_H18(,9m)
1 2 2 2 14 H 1 8,9
2 2 2 2 14 C 5 8,9
3 2 2 2 14 C 16 8,9
4 4 2 2 16 H 1 8,9
5 6 2 2 12 H 1 8,9
6 6 2 2 12 C 5 8,9
7 6 2 2 12 C 20 8,9

8 6 2 2 40 H 1 8,9
9 2 2 2 64 H 1 8,9
10 2 2 2 14 H 2 9
11 4 2 2 16 H 2 9
12 6 2 2 12 H 2 9
13 3.5 1.5 1.5 12 H 2 9
14 1.5 1.5 1.5 12 H 2 9

4.4.5. Fiber Optic Couplers

Device Name: 1x2 Fiber Optic Couplers
Actuation Method: Mechanical and Heat drive actuator

There are 3 versions of fiber optic lx2 couplers that have been designed for

fabrication on MUMPS 9. All fiber locks are of two diameters. Some couplers were
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Figure 4-25. Cadence layout of heat actuated grating with 6 micron period and 2 micron
poly2 runners.

drawn with a 125 gm diameter which matches the cladding diameter of the single mode

fiber selected for characterization of the device. Larger (250 Rm) diameter holders were

drawn seperately in order to test the ability to lock down fibers without stripping the

protective barrier layer. The three designs include two with mechanical adjustment only

and one with large heat drive actuator arrays to move the single fiber for coupling. Of the

two mechanical designs, one is for probing only with no alignment marks, and the other

includes simple locks that indicate alignment as shown in Fig. 4-28.
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Figure 4-26. Scanning electron micrographs of ver. 4 variable grating from MUMPS 8.
Lower Polysilicon plate (Poly 1) has 6 gim stringers with 2 jim spaces. Top polysilicon
plate (Poly2) has 2 jim stringers with 6 jim spaces.
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4.4.6. Micro Interferometers

Device Name: Micro Interferometer
Actuation Method: Mechanical and Heat drive actuator

There are four versions of the micro interferometer all of which were drawn for

fabrication on MUMPS 9. The interferometer operates by utilizing two flip-up gratings

(2 Rm runners and spacers = 4 gm period) which act as beam splitters and two flip-up

mirrors. The light enters one of the diffraction gratings and is diffracted into numerous

orders. The m= +/- 1 orders are directed to the two mirrors, one of which can be

modulated by driving a set of heat drive actuators. The light reflected off of these mirrors

is recombined at the second grating. Light interface on all but one of the interferometers

is provided by two 45 degree flip-up adjustable mirrors as discussed in Section 4.4.1.

One mirror is placed to direct the incoming light into the first beam splitter and the other

is placed after the second beam splitter to direct the light back off of the substrate. This

configuration is shown in Fig. 4-29.

Version 1 has been designed with fiber locks for providing the incoming/outgoing

light paths (see Appendix C). The fiber lock style is 1500 ptm between beam splitters and

400 gm between mirrors, with an overall size of 2,868 x 6,434 Rm. The mirrors and

beam splitters are 150 x 150 Rm square. The other three versions are configured as shown

in Fig. 4-29. Version 2 has the same dimensions as ver. 1, the other two versions are 400

jim between beam splitters, 172 jm between mirrors, and have active device areas of 50

x 50 jm square. These smaller interferometers differ in that ver. 3 does not include a

flip-up DC (m=0) block plate like ver. 4. The block is provided in one of the
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Heat Actuators for
Movable Mirror

45 Degree.i................................. ........ .M irror.x 2

Mirror x2

Movable
Object Mirror

/, DC Block - .

Beam Splitter

Reference Mirror

Figure 4-28. Cadence layout of the small micro interferometer, ver. 4, from MUMPS 9.

4-47



versions to increase the contrast between maximum and minimum output intensity during

modulation since the DC order caries a majority of the diffracted energy. All micro

interferometers were designed for use at 632.82 nm (HeNe wavelength) which simplifies

the testing procedure. Using this wavelength requires consideration of the absorption of

the 1.5-2.0 gm flip-up layers. If the absorption is significant, then the device will still

work but will rely on mostly amplitude constructive interference instead of phase

constructive interference. The amount of light lost due to absorption from passing

through the two beam splitters and reflection from the surfaces of each flip-up directly

reduces the maximum intensity achievable at the output. If absorption is significant, then

the interferometers would work better if designed for wavelengths greater than - 1.1 gm,

but testing would require a source at that wavelength.

4.4.7. Other Devices

Also designed and fabricated on MUMPS 7,8, and 9 were various other structures

not shown pictorially in this section of Chapter 4. Additional Cadence layout schematics

and scanning electron micrographs of devices are included in Appendix C and D. These

additional devies include: hidden flexure micromirrors; a flip-up Fresnel lens array (with

8 lenses); a flip-up fresnel lens plate (with 4 lenses); circular comb drive resonators; and a

10 x 10 element grating array.

4.5. Summary

This chapter reviewed the key concepts that must be considered when designing

MOEMS devices for fabrication at MCNC. This thesis effort utilized three test stations

in order to collect data on selected devices. Each of these setups was described along
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with the associated testing procedures that were developed. Operation of the Low

Temperature Micro-Probe for testing thermal and frequency characteristics was covered

in detail. The last half of the chapter reviews the major devices that were designed over

the span of three MUMPS (7,8 and 9) runs. The intended function of the devices and a

discussion of the design variations between versions were included for each group of

devices.

4-49



5. Results and Discussion

This chapter describes the results of the fabrication and testing procedures for

each device category covered in Chapter 4. Where devices were found to be limited or

inoperable due to design, suggested improvements have been made. Work that was

planned, yet unable to be performed due to time constraints, is also discussed.

5.1. Fabrication Results

The three fabrication runs (MUMPS 7, 8 and 9) used to design devices in support

of this thesis yielded mixed results. Material parameters supplied by the foundry are

indicated in Table 5-1. The residual stress in each layer is a figure-of-merit which can be

used to judge the success of a given run. This parameter alone indicates that MUMPS 9

was substantially better than MUMPS 7 or 8. Device testing later substantiated this claim

to be true. MUMPS 4 material parameters are included since resistivity measurements

versus temperature were taken on a device from this run (see Section 5.7). Both MUMPS

7 and 8 exhibited spots of residue after release. Originally the cause of the residue spots

was unknown and was believed to be a result of the release procedure or contamination of

the release chemicals. Because of this, extra steps were taken to improve the cleanliness

of the lab station and procedures. Containers were individually marked for each

chemical, cleaned before each use with dionized (DI) water and blown dry with Nitrogen.

Chip containers were always new from the box and were also blown clean with Nitrogen.

Fresh chemicals were used for each batch that was being released and then discarded in

appropriate containers. The DI water was kept covered during the

5-1



Table 5- 1. MCNC Process Statistics for MUMPS 4, 6, 7, 8, and 9.

Film Thickness (A) Stress (iVIa) Resistivity (Q7-cm)
MUMPS 4 ______

POLY0 5207 14 (C) 1.74E-3
POLYl 18755 4 (C) 2.95E-3
POLY2 14800 9 (C) 2.74E-3
Cr/Au 5200 73 (T) 2.08E-6
Si 3N4  5169 63 (T)--

MUMPS 6
POLYO 5200 19.7 (C) 1.8413-3
POLYl 20220 5.1 (C) 2.5813-3
POLY2 15650 5.1 (C) 2.7213-3
Cr/Au 5540 30 (T) 3.39E-6
Si 3N4  6213 19.2 (T)--
OXIDEl 20151----

OXIDE2 5230----

MUMPS 7
POLYO 4880 ---- 2E-3
POLYl 20100 8.0 (C) 1.65E-3
POLY2 14706 11.1 (C) 1.54E-3
Cr/Au 5318 21 (T) 3.30E-3
Si 3N4  6049 41.0 (T) ---_______

OXIDE 1 20400----
OXIDE2 5281----

MUMPS 8
POLYO 4696 8.0 (C) 1.5E-3
POLYl 19780 14.1 (C) 1.6E-3
POLY2 15450 10.3 (C) 2.5E-3
Cr/Au 5200 166 (T) 3.5013-6
Si 3N4  5580 133 (T)--
OXIDEl 20362----
OXJDE2 6133----

MUMPS 9
POLYO 5122 3 (C) 1.5E-3
POLYl 19948 3 (C) 2.2E-3
POLY2 15048 6 (C) 3.013-3
Cr/Au 4923 5 (T) 3.OE-6
Si3N 4  6243 67 (T) ---________

OXIDE 1 20008 __________ _________

OXIDE2 7598 -----

notes: C = Compressive stress, T = Tensile stress.
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release procedure and chips were immediately placed in containers after the release.

Although these added measures reduced the introduction of foreign matter on the die,

such as dust particles, it did not eliminate the spots that were present on the substrate.

The other suspected cause of the spotting was an incomplete removal of the photoresist

on one of the layers, most likely the one used to pattern Poly 0. MUMPS 9 did not

exhibit any of the spotting problems apparent on MUMPS 7 and 8. Since the chemicals

used in the release procedure were not replaced, the cleanliness of MUMPS 9 confirms

that the spotting was due to a fabrication problem and not the release procedure or

chemicals.

Flip-up devices rely on the fabrication of the substrate and scissor hinges

discussed in Chapter 2. Mumps 7 and MUMPS 8 both experienced fabrication

difficulties which yielded almost all flip-up devices inoperable. As shown in Fig. 5-1 and

Fig. 5-2, the incomplete reactive ion etch of Poly 1 along with the thin second oxide and

conformance of Poly 2 caused the two releasable layers to connect. This effect was seen

on any device which had Poly 2 running over Poly 1. The connection of the two layers is

approximately 0.2-0.4 ptm thick as observed using the SEM. As was discussed in Chapter

4, an additional polishing etch step was added to the release procedure in an attempt to

break this rather thin connection by etching away the polysilicon. After a couple of

calibration runs to determine the time required to etch away - 0.5 ptm, die were released

and polish etched. On all of the Flip-up devices this procedure yielded limited results.

The hinge pins were often thinned too much to be effective or the polish etch did not

completely alleviate the problem. The polish etch caused the surfaces to become rough

and the time required to reach the necessary amount of polish became unpredictable. It
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was found that the mixed solution for performing the polish etch was very sensitive to

concentration ratios. Initial mixes of the polish etch took -20 seconds to completely etch

away the polysilicon layers and further modifications were found to require -16 minutes

to etch away - 1 gtm of polysilicon. The 16 minute etchant allowed for evaluation of how

the etched surfaces changed with time. From these evaluations it was apparent that the

polish etch would thin the structures but make them very rough and non-uniform in

thickness. The polish etch did sufficiently release some structures that exhibited this

fabrication problem. For example, the grating pixels from MUMPS 8 have slide rails on

each side that are formed by allowing Poly 2 to conform over Poly 1. At this interface the

layers were stuck and mechanical probing was required to break the Poly 1-2 connection.

Even after the probe break, the device would stick during operation on a frequent basis.

Devices that were polish etched were much easier to break free with a probe and

exhibited less sticking during operation. Stringers of Poly 1 were evident on MUMPS 8

due to the incomplete reactive ion etch (RIE) of the layer (see Fig. 4-26). The stringers

are free to move on the substrate after release and are therefore undesirable. MCNC

started using a new RIE machine on Poly 2 of MUMPS 8 which had smoother edges and

no stringers.

Dimensions of the layers for all three runs were found to be as drawn in Cadence.

Gratings with 2 gtm lines were drawn on MUMPS 7 and MUMPS 8 which yielded

diffraction patterns that verified the dimensions to be as drawn. Measurements were

compared to those taken with the SEM and it was found that the reference scale provided
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Figure 5-1. Scanning electron micrograph of "stuck" hinge on MUMPS 7 due to
fabrication problem. This micrograph is of the backside of a device.

Poly 2 Anchor Hinge Pin

(b)

Poly 2 [ Oxide * Poly 1

Figure 5-2. Schematic of MUMPS layering process indicating the connection between
Poly 1 and Poly 2 which immobilizes the hinge pins. (a) Indicates the rough edge of Poly
1 caused by the reactive ion etch process. (b) Shows how the 0.5 Rm thick second oxide
layer is broken at the interface. (c) Identifies where the Poly 2 layer conforms to the
surface topology, flows into the oxide gap and connects with Poly 1.
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on the scanning electron micrographs needs to be recalibrated by. Additional verification

of the dimensions was obtained using an Olympus microscope, model #BH2 UMA.

5.2. Grating Pixel Results

The initial grating design used for testing was from MUMPS 8 and included only

one heat actuator for lateral deflection of the Poly 2 grating (see Fig. 4-20). Due to the

fabrication problem, discussed in Section 5.1, the devices would not operate without

additional post processing. This included performing the polishing etch discussed in

Chapter 4 and using the probe station to slide the Poly 2 plate, breaking free the Poly 1-

to-Poly 2 connection along the guide rails. Even with these additional process steps, the

device exhibited limited movement of -1.5 Rm which is less than half of the full period

movement desired of 4 gim. In an effort to increase the deflection distance, the two spring

flexures attached to the other end of the plate (see Fig. 4-20 and Fig. 4-21) were broken

using a probe. Devices that were tested with the spring flexures broken exhibited the

largest deflection (- 3 gm) for this generation of the device.

Three primary period variations were investigated with ol = 2,4, and 6 gm and (02

= 2 Rm, as shown in Fig. 3-12. The ol = 6 gm is the only version that conforms to the

MCNC MUMPS design rules [14] and exhibited the best movement for the first

generation of devices (MUMPS 8). By observing the operation of the device it appeared

that the smaller 0oi gratings would stick due to overlapping of the Poly 1 and Poly 2

layers. A comparison of the images for each of the period dimensions is shown in Fig. 5-

3. Notice that the angles between the diffracted orders increases as (O1 decreases. This is

expected from standard diffraction theory where the diffracted angles increase as the
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m=O m=1 m=2

(a) ol= 2 gtm & o-2=2 gtm

m=O m=1 m=2 m=3 m=4

(b) wo=4 gtm & "o=2 gtm

m=O m= 1 m=2 m=3 m=4 m=5

(c) co1=6 gtm & w2=2 jtm

Figure 5-3. Image of diffraction patterns for three different variable diffraction gratings.
Patterns were taken under static (0 mA) conditions.

period width of the grating decreases. The measured angles for all three gratings agree

within 5 % with the values taken from the diffraction model. Also apparent in Fig. 5-3 is

the increase in separation distance between successive orders as the order number

increases. This is due to the fact that the camera used to image the diffraction pattern had

to be oriented at a slight angle (-5.5 degrees) to obtain the pattern which was also

spatially angled (-5 degrees) away from the incoming laser beam of the setup in order to

image the m=0 diffracted order.

The second generation of gratings, fabricated on MUMPS 9, did not exhibit the
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fabrication problem seen with the MUMPS 8 gratings. These devices were easily moved

through a full period of deflection (up to 4 gm) for 6 mA of applied current. The pair of

heat actuators ensured that the Poly 2 plate was deflected uniformly verses the angle that

was exhibited in the first generation of devices when the spring flexures were broken. If

the Poly 2 grating is not uniformly supported it can exhibit differences in vertical position

from end-to-end. This effect creates a splitting in the diffraction pattern along the

direction of the diffracted orders. Furthermore, if the plate can twist by some amount,

then the pattern can shift perpendicular to the diffraction pattern. A combined effect of

these two shifts is shown in Fig. 5-4. Variable gratings with hold downs, as shown in

Fig. 5-5, appeared to prevent the splitting of the diffraction pattern in either the x or y

direction as shown in Fig. 5-4.

A complete evaluation of the optical properties of the (ol = 6 Rm and 02 = 2 Rm

diffraction grating was performed for both the original design on MUMPS 8 and the

newer design on MUMPS 9. The MUMPS 8 devices, although exhibiting less deflection,

matched theory extremely well for both the diffracted angle values (within a tenth of a

degree) and the change in intensity of the diffracted orders versus grating deflection. A

comparison of the theoretical and experimental line intensity profiles is shown in Fig. 5-

6. The theoretical data is for the zero and full deflection (4 gm) conditions and the

experimental data was for both 0 mA (no deflection) and 2 mA (- 1.75 jm of deflection)

of applied current which was the safety threshold established to ensure that the heat drive

actuator was not burned-out.
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(a) with hold downs (no deflection)
x

y

(b) without hold downs (no deflection)

Figure 5-4. Image of diffraction patterns for a o)1=6 gm & o)2=2 gim variable diffraction
grating with and without hold downs as indicated. Notice that the grating without hold
downs exhibits a secondary diffraction pattern.

N4

Figure 5-5. Scanning electron micrograph of ver. 7 (MUMPS 9) variable grating with
hold downs.
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The deflection value for the maximum current applied (2 mA) was obtained from the

mechanical probe station as -1.75 Rm. The change in intensity for the two levels matches

the trend predicted by the model, but the difference is not as significant since the

movement is not sufficient to obtain the maximum and minimum values for the orders.

Altering the drive current from 0 to 2 mA yielded intensity modulation values of 1.2 dB

for the m=1 order and 3.8 dB for the m=2 order. Measurable modulation up to 10 kHz

was achieved yet significant role off in the amount of modulation occurred at

approximately 1 kHz. The sticking of the rails on this device made it impossible to

accurately determine a 3dB role off point.

1.0 __
-- 0 mA Applied

0.9 - 2 A Applied
No Deflection (Theory)
1/2 Period Deflection (Theory)

0.8

0.7

S0.6

~0.5

E0.4
Z

0.3

0.2j

0.1 ,

0.0-
0 2 4 6 8 10 12

Angle (Degrees)

Figure 5-6. Diffraction pattern for the original generation (MUMPS 8) variable grating
versus theory.
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As was evident from the MUMPS 8 devices, a single heat actuator was insufficient and

yielded non-uniform deflection characteristics. The addition of a second heat drive

actuator improved the design by providing sufficient symmetrical deflection. As

discussed in Chapter 6, the next step in the design process is to increase the size of the

grating to prevent overfilling by the illuminating light source.

Operation of a two heat drive actuator grating with hold downs yielded the

diffraction patterns shown in Fig. 5-7 as a function of applied current. The model

predicts a change in the intensity for the first two diffracted orders as shown in Fig. 5-8.

The change of intensity for the first two diffracted orders as a function of applied current

to the heat drive actuators is shown in Fig. 5-9. The maximum intensities for the first two

diffracted orders is different since the separation between the two polysilicon layers was

assumed to be 0.5 jim in the model. The model found that the intensity of each diffracted

order had different maximum values depending on the lateral position of the Poly 2

diffraction grating. Depending on the separation distance between the two suspended

gratings and the substrate the intensity would modulate between the maximum value and

zero. From the obtained intensities it is apparent that the separation distance is less than

0.5 jim and after review of the Cadence layout it appears that the top grating in this design

might be resting on the lower grating with no separation. From Fig. 5-9 it can be seen

that the heat drive actuators do not initially deflected at the onset of an applied current.

Chapter 3 showed that the deflection obtained for the heat drive actuators can be modeled

by an exponential which indicates minimum deflection is achieved for small currents.

Deflection was observed for these devices when the current increased above

approximately 2.5 mA. If the horizontal axis of Fig. 5-9 was readjusted to start at 2.5 mA
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then the curves would look very similar to the ones obtained from the model as shown in

Fig. 5-8.

Since the amount of lateral deflection was greater for this device, the change in

intensity values of the orders was also greater. Specifically, intensity modulation of 6.4

dB for m=1 and 9.0 dB for m=2 was achieved. Modulation values were not obtained

since the device appeared to either snap free from the hold downs or break them as the

frequency increased, which caused the diffraction pattern to be altered as previously

discussed. Without a consistent diffraction pattern the point at which the reduction in

intensity occurs cannot be accurately determined. On future designs the hold downs need

to be made larger to prevent breakage, allow for more deflection and prevent the release

of the Poly 2 plate from the hold downs.

All of the designs tested exhibited a loss in energy to the sinc function that is

apparent in the intensity profile at each order from the external dimensions of the device.

If the device was made large enough to eliminate the overfill condition then the sinc

patterns would not be present in the diffracted orders and the diffracted orders would

contain all of the diffracted energy. Original designs of this device were made with a

small active area (- 70x70 Rm) to ensure success of the deflection operation. It was

originally unknown how much load could be applied to the heat drive actuator, and the

grating was therefore made as small as possible, with the design constraint that there be at

least ten periods in the grating to ensure a clean diffraction pattern.
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(a) 0 mA

(b) 3 mA

(c) 4 mA

(d) 5.5 mA

(e) 6 mA

Figure 5-7. Images of diffraction patterns for a o)1=6 jim & o2=2 jim variable grating,
ver. 8, for different applied currents.

5-13



1.2 m=O
-m=l

1.0 m=2

" 0.8

S0.6
N

M 0.4
0

0.2

0.0

0.0 0.5 1.0 1.5 2.0 2.5 3.0 3.5 4.0

Deflection (micrometers)

Figure 5-8. Theoretical peak amplitude for the m=O and first two diffracted orders as a
function of lateral displacement of the Poly 2 grating.
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Figure 5-9. Second generation variable grating, ver. 8 (MUMPS 9), experimentally
obtained profiles for the change in intensity of the m=O and first two diffracted orders
versus applied current to the heat drive actuators.
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5.3. Fresnel Lens Results

The large 8 element Fresnel lens arrays from MUMPS 9 were found to flip-up during the

die release procedure about 50 % of the time (see Fig. 5-10). The WAMS technique

discussed in Chapter 2 appears to work for structures that have large areas (in this case

200x 1600 gm). Approximately 90 % of the lens arrays flipped-up during release were

also effectively locked into the desired position with the designed flip lock mechanisms.

The Fresnel lenses designed as part of the fiber optic coupled interferometer were not

elevated during the release procedure, but were effectively flipped-up with probing.

No Fresnel lens was tested in its elevated operational position. However,

reflection patterns from a MUMPS 8,ver. 1, Fresnel lens (see Fig. 5-11) allowed for a

quick examination of the resultant focal point versus the design value of 1000 Rm. Using

the measurements taken at the observation screen from the centroid of the reflected

Fresnel lens pattern to the edges. of the successive orders, a resultant focal point for each

order can be obtained. The Fresnel lens measured was composed of 7 orders. The mean

focal length obtained for the measured lens was 1,277 grm with a standard deviation of

275 [Lm. Using this simple technique, the resultant focal length was found to be very

close to the design goal and indicates that Fresnel lenses can be evaluated before they are

flipped-up for operation. The Fresnel lenses designed as part of the fiber optic coupled

interferometer also exhibited the same reflection pattern but had more light rings since

the lens was designed with a 500 jim focal length and can therefore have more orders

before reaching the 2 gm spacing design limit.
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Figure 5-10. Scanning electron micrograph of 8 element flip-up Fresnel lens array

(MUMPS 9). Plate is 200 gm in height and is locked into place with only two vertical
locking mechanisms. The pyramid flip-helper is shown in the upper left of the
micrograph.

Figure 5-11. View of intensity pattern obtained using a Helium Neon laser to illuminate
the lens. Ring diameters allow for the focal length to be calculated and compared to the
designed value.
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5.4. Flip-up Structure Results

The MUMPS 9 run was the first successful fabrication of flip-up structures

designed for this thesis. Since the chips arrived at AFIT on 23 Oct. 95, only two weeks

was allowed for testing of devices from this run. The mechanical probe station was used

to flip-up the structures and evaluate thefliphelper and mechanical locking mechanisms.

The pyramid fliphelper was found to work extremely well with greater than 90%

success. If used along with theflip-jack, every device was successfully flipped-up. The

flip-jack would be lightly tapped with the probe tip to provide an initial lift to the device.

The initial lift would often cause the device to stick in a temporarily elevated state. From

this position, the end of the pyramid arm could be slid under the device plate extension.

Once the pyramid shaped portion of the pyramid fliphelper was positioned under the

plate, elevation of the device was accomplished by probing the sliding mechanism. In

some cases the guide rails of the pyramidfliphelper were too long and connected with the

hinge of the elevating structure. Also, in some cases the probe hole on the sliding rail

was found to connect with the anchor strap prior to complete elevation. Shown in Fig. 5-

24 is a pyramid fliphelper and flip-jack after having been used to elevate a grating beam

splitter. The interference between the guide rails of the pyramid fliphelper and elevated

structure is apparent in the top micrograph of Fig. 5-23. After elevation, the locking

mechanism of the device is designed to drop down into the notch in the flipped-up

structure (as also shown in Fig. 5-23). In approximately 50% of the devices tested the

mechanical lock worked as designed with the pyramid fliphelper performing the entire

flip-up and lock operation. The devices that failed to lock exhibited interference between

the pyramid fliphelper and the elevated structure which prevented sufficient elevation to

5-17



allow the lock mechanism to catch. Furthermore, it was found that additional extension

is required from the pyramid fliphelper since during the elevation procedure the hinge pin

slides under the hinge pin strap until it connects with the poly 2 anchor of the hinge strap

(this movement is -5 gm). The fact that the hinge pin can move from its initial drawn

position was not accounted for in the pyramid fliphelper design. Future designs should

add approximately 10 ptm to the sliding rail to safely account for the hinge pin movement.

Devices which were not locked after probing of the pyramid fliphelper could be

subsequently locked by probing the surface of the elevated structure. Extension of the

probe at a position approximately 20-40 gm above the hinge pins would make contact

with the elevated structure and allow it to be rotated about the hinge pins. By extending

and retracting the probe tip the device would obtain a position to allow the lock

mechanism to catch. Mechanical probing of the elevated structure is undesirable since it

can lead to damage and should be avoided where possible. Furthermore, the goal is to

achieve afliphelper that minimizes the probing required to elevate and lock the structure,

with a single probe operation preferred. Future designs should modify the pyramid

fliphelper to eliminate the need to mechanically probe the elevated structures.

Version 7 of the 45 degree flip-up mirror is shown in Fig. 5-12. The extension

arm embossing and scissor hinge of this device are shown in Fig. 5-13. For these devices

nofliphelper is required. Probing at the probe hole allows for complete elevation of this

device to the required angle. The ratchets would maintain the elevated position of the

structure if the device was probed from the exterior edge of the probe hole extension.

5-18



Figure 5-12. Scanning electron micrograph of 45 degree nominal flip-up 150 x 150 gm
mirror with smaller 50 x 50 gm mirror attached (MUMPS 9).

When the probe was placed in the probe hole the device would often move during

retraction of the probe tip since it slides along the surface before being elevated. A T-

shaped probing point would be an improvement on the current design by preventing

interference during probe tip retraction yet still allowing for the device to be adjusted

since movement may be required in both directions for angle adjustment. Figure 5-13

shows how various angles can be achieved by adjusting the sliding ratchet to the desired

position. Various ratchet locking arm lengths need to still be evaluated to ensure that the

device maintains the set angle during operation. On devices that were gold plated for
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evaluation using the SEM, the angle was observed to have changed from the probe set

point. This is likely due too the gold sputter operation and indicates that the holding

force of the ratchet lock might be insufficient for operational devices. The length of the

ratchet locking arm on the MUMPS 9 ratcheting mirrors was 200 pim, but could be drawn

any length as long as it allowed for movement of the ratchet rail.

The number of hinge pins on the two substrate hinge sections appears to be

adequate to hold the device. The Poly 0 lines that were drawn to emboss the elevation

arm do not appear to cause any interference and in fact may help ensure that the ratchet

lock and rail make contact since the sliding plate rides along the top of the emboss lines.

Figure 5-13. Scanning electron micrograph of scissor hinge section of flip-up mirror
shown in Fig. 5-12 (MUMPS 9).
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Figure 5-14. Scanning electron micrograph of two flip-up mirrors like the one shown in
Fig. 5-12 indicating how various angles are achieved by the ratchet and flexure lock
mechanism.

5.5. FBMD Hidden Hinge Results

Three versions of hidden hinge flexures were fabricated on both MUMPS 8 and

MUMPS 9. It was expected that the fabrication problem on MUMPS 8 would yield those

devices inoperable and therefore the layout was copied onto a MUMPS 9 die. Testing

was therefore delayed until receipt of MUMPS 9. A representative micrograph of one of

the versions is shown in Fig. 5-15. From the micrograph it is evident that the hidden

flexures will effect the topology of the mirror surface but the packing density can be

increased since the separation between mirrors can be reduced to the minimum design
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guide line for Poly 2 separation (currently 2 gm).
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versus deflection curve obtained using the microscope-based laser probe interferometer.

The fitting operation is more susceptible to error since the ideal FBMD model is not

precise and the mathematical description is more involved.

Testing showed that resonance was not observable for pressures greater than

100 Torr. Above this value, the fraction of critical damping ( ) becomes large enough

that the resonance is less than the noise of the test setup. Figure 5-16 shows how the

resonance frequency shifts to the left as increases. Furthermore, the resonance no

longer exhibits a spike and the increase in mechanical energy of the mirror spans a larger

frequency range.

A =0.0005

100 - =0.001
Cd =0.005

. ...... ......

V-100-

36 36.5 37 37.5 38

Frequency (kHz)

Figure 5-16. Transfer function plotted for three different values of the fraction of critical
damping. Data used in the calculation (mass = 4.8x10 -11 kg, spring constant = 2.6 N/m)

was for a square, 65x65 Lm, FBMD.

Data taken for the square FBMD at resonance was matched to the theoretical

modeling equation by varying (see Fig. 5-17). The best fit curve obtained by linear

5-23



regression yielded a value of = 0.0001 in which case the critical damping coefficient is

found to be cc = 2.2E-9 kg/s. This shows that the model matches the experimental data

extremely well (within 0.1 %) and can be used to obtain the values of and cc for any

FBMD.

0.5
__ /!f[ -- Theory (37.030 kHz)

Measured (36.990 kHz)

-0.5F
II I I___ __ _

36.6 36.8 37 37.2 37.4
Frequency (kHz)

Figure 5-17. Experimental and theoretical resonant frequency curves for a square,
65x65 jim, FBMD. The resulting fraction of critical damping is 4=0.0001.

A Fringe test array, as discussed in Section 4.4.3, was also tested for resonance.

There are four arrays each containing the four different geometry's of fringe mirrors.

Each array is separated by 988 gm across the surface of the die. By testing each array, in

which case 36 mirrors (9 of each geometry) are all actuated at the same time, the

resonance curve shown in Fig. 5-18 is obtained. The displacement of each primary peak

is due to the different masses of each geometry along with the difference in the modulus

of elasticity across the surface of the die. The first set of resonance spikes is larger in

relative magnitude since it is the superposition of the resonance curve for two of the
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geometry's. The three sets of resonance spikes each have multiple peaks since the nine

mirrors of each geometry are spatially separated and therefore have different spring

constants which yields different resonant frequencies. A complete match with the model

is not possible from the data since the modulus as a function of position on the die can

only be calculated in one direction (i.e. the direction of spatial displacement for the four

fringe arrays). Shown in Fig. 5-19 is the model derived resonance curve for the fringe

array with no adjustment for the spatial change in the modulus of elasticity across the die.

The spatial separation of the four fringe arrays causes the entire resonance curve for each

array to shift to the left due to the spatial change in the modulus of elasticity (see Fig. 5-

20). From the spikes of each curve and the known spatial separation of the fringe arrays,

the resonance frequency was found to change by 0.2 Hz/gm on the particular MUMPS 7

die tested.

Other mirrors on the MUMPS 6 die were also tested for resonance at 290 K. No

resonance was found for the paddle-cantilever style mirrors which would have been ideal

for testing since the flexures contain no bends which introduce the torsional term into the

spring constant equation. These devices are all wired together in big arrays which have a

common ground. The resonance for the square FBMD was initially found using devices

that are individually wired. The initial indication was that the multiple mirror

connections may be to great of an electrical load for the small 1.26 V peak-to-peak signal

of the spectrum analyzer. However, three other mirror devices that were wired on the die

in an arrayed fashion were successfully tested for their resonance frequency values.
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Figure 5-18. Resonance profile for a single fringe test array containing 36 mirrors with 4
different geometry's. Taken at a temperature of 290 K and a pressure of 20 mTorr.
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Figure 5-19. Theoretical frequency profile for a fringe test array. Data is not corrected
for spatial change in modulus of elasticity.
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Figure 5-20. Experimentally obtained resonance profiles for all four of the fringe test
arrays. Taken at a temperature of 290 K and a pressure of 20 mTorr.
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5.7. Thermal Testing Results

5.7.1. Test Setup Difficulties

Time limitations and test equipment difficulties prevented the testing of devices

for thermal effects as originally planned. The microscope-based laser probe

interferometer was relocated to bldg. 640, room 61, from bldg. 194 and initially was

tested in its original configuration before making the necessary adjustments to incorporate

the LTMP.

The optical bench in room 61 requires a Nitrogen supply to fill the dampers and

isolate the table from mechanical vibrations. A Nitrogen tank and regulator were

acquired and connected to the table before operation of the test setup. The surrounding

environment in bldg. 640 is significantly more noisy than bldg. 194 since the HVAC

system for the building is located just across the hall and was constantly in operation over

the summer months. The air table was a must for isolating the setup and minimizing the

noise in the acquired traces from devices tested.

To fit the LTMP below the microscope required that the support post holding the

microscope be retracted and elevated due to interference. An aluminum box with

adjustable bolt holes was designed to provide the necessary extension. A holding fixture

to clamp the LTMP to the translation stage was also required. The fixtures worked as

designed and allowed for placement of the LTMP under the microscope without

interference. The initial setup of the system was delayed by 6 weeks since the required

jigs had to be manufactured at the AFIT machine shop.

The microscope objective was replaced with a longer focal length objective and a

copper block was mounted on the refrigerator, as discussed in Chapter 4, to allow for
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focusing of the device through the sapphire window of the LTMP. Furthermore, the

focusing lens shown in Fig. 2-10 was repositioned to maintain the 4 Rm spot size on the

device. The reference mirror of the interferometer was repositioned to closely match the

length of the object leg. This allows for the interference fringe size to be maximized at

the detector. The interferometer was aligned using the beam splitter and reference mirror

such that the center of the fringe pattern illuminated the optical detector. The aperture of

the optical detector is close to -1 mm to ensure only the center fringe is being evaluated.

Prior research at AFIT [68] indicated that die in the LTMP would exhibit moisture

drops during low temperature operation. When testing conventional IC devices this

moisture is not a factor since the die typically has a protective passivation layer which

protects the devices. For MEMS device testing, the moisture is significantly detrimental

since the structures are directly exposed to the environment and the high surface tension

of water will cause stiction when the moisture evaporates. Furthermore, electrostatic

devices require an air gap to operate and the entrapment of any water in the gap acts as a

damper on the device and impedes the desired movement. Exhaustive efforts were made

to reduce or eliminate the moisture in the vacuum chamber. MMR recommends baking

out the chamber at just below 500C for five days every time a new die is positioned in the

chamber. This procedure was performed by placing a plate warmer, monitored by two

thermocouples, around the LTMP. The vacuum chamber was pumped down and the

temperature was found to stabilize at 45°C. After 5 days of baking out the chamber, the

moisture was still present during cool down at approximately 260 K. The device

temperature was returned to 290 K and an additional 5 day bake out was performed. The

moisture was still present after this second attempt. Additional efforts were taken by
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developing a desiccant filter for the backfill line and running the backfill into the chamber

at 760 Torr for 1+ hours with the refrigerator removed to attempt to drive out the

moisture. This was tried five times with no success. Furthermore, an additional 5 day

bake out resulted in similar condensation on the die at 260 K.

Since removal of the moisture was unsuccessful, it was determined that all

thermal measurements would have to be from room temperature (290 K) to the limit for

the silicon conductive grease (450 K). The original plan was to test devices for thermal

effects from 450 K down to 77 K.

5.7.2. Resonant Frequency Results

The resonance frequency test setup was used to obtain the flexure spring constant

of a device as a function of temperature. Given the flexure spring constants, the modulus

of elasticity can be calculated using Eq. (3.52) to obtain a change in modulus as a

function of temperature. The results for one of the square FBMD mirrors as a function of

temperature are shown in Fig. 5-21. As shown, the change in the modulus of elasticity is

extremely linear over the range of temperatures tested.

The original intent was to also verify this change in the modulus of elasticity from

data taken using the microscope-based laser probe interferometer. However, the change

in the modulus of elasticity versus temperature from this technique was significantly

greater (10-30 %) and yielded a larger amount of variability. The only plausible

explanation for the change is that all of the voltage versus deflection measurements were

taken prior to the resonance measurements. Since the same die was used for all

measurements, there may have been some change in the material characteristics each time

the die was thermally cycled. The resonance data yielded an average modulus as a
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function of temperature for the three square FBMD mirrors tested (mirror area of 3,716

Rm 2 and flexures that are 132 gm long) of:

E(T) -0.041T + 173.99 GPa (5.1)
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2 162 --- Best Fit Line
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Figure 5-21. Results of thermal testing of a square FBMD from MUMPS 6. The
modulus of elasticity for the Poly 2 (flexure material) was extracted from the spring
constants obtained by detecting the resonant frequency. For this mirror, the best fit line
yields: E(T)=-0.032T+172.39.

5.7.3. Resistivity Results

The resistivity of each layer (Poly 0,1, and 2) was calculated using straight 180

ptm long polysilicon lines terminated at each end with gold plated probe pads. The lines

were all 15 Rm wide and the MCNC reported thickness' were used to calculate the

resistivity. Resistance measurements were taken at 10 K steps for each layer from 290 to

450 K and the temperature was allowed to stabilize for a minimum of 5 minutes before
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measurement of the resistance. The resistivity of the layers was found to change linearlyversus temperature with a slope of lE-6 to 2E-6 f2-cm/K observed for all three layers
(see Fig. 5-22).
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2.00E -3 -

Poly 12. OOi&03
280 300 320 340 360 380 400 420 440 460

Temperature (K)Figure 5-22. Results of resistivity versus temperature of the three polysilicon layers of
the MUMPs process. Best fit lines from linear regression are shown with the points

indicatingthe experimental data (Die from MUMPS 4).

5.8. Micro-Interferometer 
Results

The micro-interferometer 
requires the flip-up of four structures one of which is

also attached to a center, DC blocking, plate on some versions. For the versions that donot have optical fiber interfaces, there are two additional flip-up mirrors of the designshown in Fig. 5-12 that must be elevated to 45 degree nominal angles. A micro-interferometer that is partially flipped-up is shown in Fig. 5-23. The systems are only
Partially flipped-up to facilitate observation of the structures. Using the flip-up techniques
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described in Section 5.4, the structures were easily flipped-up into the operational

configuration.

The device was designed for testing at 632.82 nm wavelength with the use of a

Helium-Neon laser. At that wavelength, the table used to generate Fig. 2-1 indicates that

the absorption of Silicon is -0.02 cm -1. For a 2 gm thick layer the absorption reduces the

field by only 0.0004 % which can be considered negligible. The grating used for beam

splitting will therefore operate as phase-mostly diffraction gratings since the light at

normal incidence on the incoming side will be reflected back at -35 % and the remaining

-65 % will be transmitted into the diffracted orders. The phase difference between the

light passing through the slits and the light that is transmitted through the polysilicon will

therefore create a diffraction pattern due to constructive and destructive interference. The

phase difference will be created by the index of refraction difference between the slits

(nair=1) and the polysilicon (npoly = 3.9 @ 632.82 nm).

The DC blocks performance is limited since the - 65 % of the light is still

transmitted. The light that is reflected on the current designs feeds back into the system

which is not desirable since it leads to multiple reflections which cause interference. To

be more effective the DC block should have been turned at an angle to spectrally reflect

the incident beam away from the first beam splitter.

The distance from the beam splitters to the mirrors must be greater than minimum

distance for Fraunhofer diffraction since the mirrors are intended to reflect the m = +/- 1

order of the Fraunhofer diffraction pattern. The distance to the Fraunhofer region from

the aperture has been defined in the literature [34] and can be written for a one-

dimensional diffraction pattern as
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ka2

Z_ >> 2(5.2)
2

where k = 20t/., a is the maximum width of the slits and >> is taken to be a factor of 10.

For a 2 gtm gap and line grating, like the one used for the beam splitters of the micro

interferometer, Eq. (5.1) yields a distance to the Fraunhofer region of 198.58 gtm for k =

632.82 nm. The smallest interferometer designed is shown in Fig. 5-23 and has a beam

splitter-to-mirror separation distance of 218 gtm which is sufficient to satisfy the

approximation given by Eq. (5.1).

Shown in Fig. 5-24 is a portion of a large interferometer that has been flipped-up.

For both the small and large interferometers to work, the optical path length of the

objective leg must be varied. The movable mirror that provides the modulation was

tested for the small interferometer and yielded excellent results. After flipping-up the

plate into the locked position, the pair of heat-drive actuators were easily driven to

provide visible deflection of the mirror (-2-4 jtm) which is sufficient to yield modulation.

The output of the interferometer as a function of the object mirror deflection distance can

be calculated using Eq. (3.41) and is shown in Fig. 5-25. The plot indicates that -20

cycles of optical modulation is achievable per 1 gm of deflection in the object mirror.
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Figure 5-23. Scanning electron micrographs of a 172 x 400 R'm small interferometer
(MUMPS 9). Top micrograph shows how the fliphelper on the first beam splitter has
been used to flip-up the DC blocking plate. Bottom micrograph is a closer shot of the
two 50 x 50 g~m flipped-up plates that are coupled together with the suspended riser.
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Figure 5-24. Scanning electron micrograph of 250 x 1500 gm large interferometer
designed with optical fiber couplers for the input and output. First flip-up plate on right
is for edge alignment of the optical fiber. Fresnel lens is designed for 632.82 nm light
and acts as a collimator for the rapidly diverging beam from the fiber. Third flipped-up
plate is the first beamsplitter of the interferometer and in the background is the flipped-up
stationary mirror for the reference beam.
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Figure 5-25. Optical modulation calculated for the micro-interferometer as a function of
the object mirrors deflection distance.

5.9. Heat Actuator Results

The heat drive actuator design variations discussed in Chapter 4, Section 4.4.2,

were tested on the micromanipulator probe station. All devices were on the same

MUMPS 7 die released just prior to testing.

All three circular heat actuators design variations, from MUMPS 7, exhibited less

than 1 ptm of movement for an applied current up to the burn-out condition (- 5.4 mA).

At burn-out the thin sections of both legs of the actuators were glowing which indicates

that the heat generated in the flexure section of the outer leg is not being dissipated into

the thick section and anchor. Expansion of the inner leg is therefore impeded by the outer

leg which is also expanding. Mechanical probing of each device at the end of the actuator

was done to ensure that stiction was not preventing the device from expanding. These

devices had thick sections on the outer leg that were approximately half its length. The
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MUMPS 6 test array of linear actuators indicated that the flexure section of the outer leg

should be - 10-15 % of the actuators length [phipps].

The vertical heat actuator test array (MUMPS 7) composed of a Poly 1 and Poly 2

leg connected with a via exhibited no observable movement. These devices were found

to burn out at - 3.6 mA at which point the current would immediately drop to 0 mA.

Probing of the legs after burn-out revealed that the Poly 1-2 via was no longer connected.

The Poly 1-2 via on the devices was designed at 2 gm in diameter which yields a cross-

2section of 3.14 gm . Since the thin section of the vertical heat actuator has a cross-

section of 4 gm2, the Poly 1-2 via is found to be the current limiting spot in the device.

Therefore the device fails were it should based on the design. Future designs need to

incorporate a larger diameter Poly 1-2 via in order to prevent burn-out at that location and

to allow the thin leg to heat-up and expand.

The other version of vertical heat actuator (MUMPS 7) was composed of two Poly

1 legs connected at the corner. At - 4.6 mA both legs of the device would glow and an

outward movement of 1-2 jim was detected for the longest (105 jim) device. The

intention was to use this device when connected to a poly 2 mirror as described in

Chapter 4, Section 4.4.3. Since the corners weren't constrained by the mirror on this test

array, it was expected that they would move outward versus upward when actuated. The

resistance of these devices before actuation ranged from 347 Q for the short device (51

gim) to 642 Q for the long device (105 gm).

The vertical square mirror was tested next with the legs of one of the four

connected vertical heat actuators glowing at 18.6 mA. The higher current is required

since the four vertical heat actuators are connected in parallel. Each actuator burned-out
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individually with the first one being the closest to the probe pads were the voltage source

is connected. This occurs since the resistance of the Poly 0 routing wires is significant

between the four vertical heat actuators. Movement of the mirror was not observed and it

appeared that the vertical heat actuators buckled to allow for the thermal expansion.

5.10. Summary

This chapter has explained in detail the results obtained for the various

experiments conducted. The results of testing one version of the variable grating were

covered in detail. Explanations into the difficulties associated with testing MEMS at low

temperature were revealed. Finally, the flip-up structures and associated techniques for

successful elevation were discussed.
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6. Conclusions and Recommendations

This chapter summarizes the main conclusions from this thesis research.

Recommendations for future work that extend the scope of this thesis are also discussed.

6.1. Conclusions

Numerous devices have been designed and evaluated for use in flip-up structures.

The fabrication problems discussed in Chapter 4 prevented design iteration required to

improve on the designs, but MUMPS 9 results have provided an initial verification of

operation of key components of an optical system. A flip-up ratcheting mirror was shown

to work exceptionally well and can be used in future optical system designs. Afliphelper

and lock mechanism were developed and proven to work for flip-up structures that don't

require probe adjustment after elevation. These devices only require minor design

modifications to increase their effectiveness. A technique for performing multiple device

flip-ups with a single fliphelper was also successful.

Methods for testing MEMS devices for material properties were developed. The

LTMP was integrated into the previously existing microscope-based laser probe

interferometer and a new drive signal generator was developed. This test setup allows for

acquisition of the surface deflection versus voltage for any FBMD structure at a specified

temperature. The current system exhibits moisture during low temperature operation

which prevented evaluation of electrostatic devices below 260 K.

A test setup was developed to more accurately and readily determine the spring

constant of a device. This technique utilizes the resonance frequency of the structure
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which is known to match theory for a single degree of freedom system. It was found that

resonance could be obtained for a number of FBMD structures when placed under

vacuum (- 20 mTorr). The resonance frequency can be used to back out the spring

constant for a FBMD. Results for a square FBMD were found to compare favorably with

the known spring constant from prior research [23]. From the spring constant, it was

shown that the modulus of elasticity can be determined. The resonance frequency test

setup was used to evaluate the effects of temperature on a square FBMD. The modulus of

elasticity of Poly 2 on MUMPS 6 was found to decrease as a function of temperature by

0.03-0.05 GPa/K from 290 to 450 K. The resistivity of MUMPS layers on MUMPS 4

was found to increase at higher temperatures. All three polysilicon layers were tested for

thermal changes in the resistivity from 290 to 450 K and yielded similar slopes of 1.4E-6

-to- 3.OE-6 Q-cmK.

A novel variable grating was designed and tested with excellent initial results.

Variations in period dimensions can be achieved by deflecting a top grating plate relative

to a lower grating plate. Different dimensions were evaluated and all designs matched the

theoretical diffraction patterns from the developed model. The first and second diffracted

orders of the variable grating (zol = 6 Rm and "2 = 2 jim) were shown to swap energy

with almost equal maximum intensities for 0 to 6 mA of applied current, while the

specular reflection (m=0) reduced in intensity by only a small amount, -14 %. This lends

the device well toward multi-channel switching applications. Design improvements from

the first generation of device yielded smoother operation due to the incorporation of a

symmetrical actuator, top plate hold downs, and a clean fabrication without the sticking
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discussed in Chapter 4. Modulation of 6.4 and 9.0 dB was observed for the first and

second diffracted orders, respectively. The test method used to verify the operation of

these devices was found to work extremely well. The evaluation of diffracted angles,

intensities and modulation can all be determined from a single test station as shown in

Chapter 4.

Design variants of the heat drive actuator were found to be ineffective. The use of

vertical heat drive actuators to power vertical movement of a mirror was unsuccessful.

Furthermore, circular heat drive actuators were found to have design deficiencies which

prevented proper actuation and resulted in burn-out of the device. Modifications to the

original design of a circular heat drive actuator have been made on the MUMPS 10 run to

correct for the identified deficiencies.

6.2. Recommendations

6.2.1. Continued Thermal Testing

The acquisition of an optical dewar package from MMR was made during this

research effort. This device should completely eliminate the presence of moisture from

vacuum leaks since there is only four seals versus the fifteen on the LTMP. Furthermore,

the dewar is considerably smaller than the LTMP since no probes are provided in the

chamber. The refrigerator utilized in this dewar requires that the devices for testing be

bonded out and electrical measurements made using the K-20 ribbon connector electrical

interface. This dewar also has the advantage of a shorter distance between the optical

windows and the device to be tested which should allow for a better interface with the

microscope-based laser probe interferometer.
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6.2.1.1. Material Parameter Measurements

It was found that the determination of material parameters was very sensitive to

the device selected. In the case of the square FBMD, the flexure requires a complex

equation in order to back out the modulus of elasticity as a function of temperature. In

order to simplify this equation by eliminating the torsional term, an array of simple

resonators has been developed for MUMPS 10 (see Fig. 6-1). Design variations for this

device include three different widths for the flexure, three different lengths for the flexure

and three different areas for the mass. Since the flexure is a straight member with no

Simple Beam Suspended Mass
Flexure /Area =A

T - -- L -- - * -

Figure 6-1. Cadence layout of simple resonator from array designed for fabrication on
MUMPS 10. L = 40, 50, 60 gm; w = 2, 4, 6 jim; and A = 3600, 6400, 10000 [tm 2.
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bends, the only spring constants that must be considered are the lateral deflection and

stress terms.

To more accurately calculate the resistivity of the MUMPS layers as a function of

temperature, an array of Transfer Length Resistors (TLR) has been designed for MUMPS

10 (see Fig. 6-2). The TLR allows the resistivity to be calculated by knowing the current

through the device and the resulting voltage drop across the resistor section. This is one

of the techniques used by MCNC to calculate the resistivity and should yield comparable

results at ambient temperature (T=290 K).

Applied Current

I easured

Voltage Drop

w= 2,4, 8 gm

L= 150, 300 gm

Figure 6-2. Cadence layout of a transfer length resistor from MUMPS 10. All variations
are included for each of the polysilicon layers.

6.2.2. Variable Grating Testing

The design of the variable diffraction grating continues to be improved. The next

generation, designed for fabrication on MUMPS 10, increases the active area in order to

prevent overfill during testing (see Fig. 6-3). As mentioned in Chapter 5, the overfill was
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2 gm

Figure 6-3. Cadence layout of large, 500x500 gim, variable diffraction grating designed
for fabrication on MUMPS 10. Period dimensions are indicated in the blow-up of the
grating.
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initially required in order to keep the size of the device small to ensure successful

actuation. The device designed for MUMPS 10 has an active area of 0.5 mm by 0.5 mm

square and incorporates a gang of heat drive actuators. Each actuator is individually

attached to a load bar which transfers the force to the grating plate. The individual

attachments for the heat drive actuators can be broken with a probe to determine the

number of actuators required to move the grating.

The diffraction grating model was built under the assumption that the wavelengths

of light to be used during operation were either reflected or absorbed at the surfaces of the

grating. It was found through this research that for the thin films the absorption is

negligible and therefore transmission of light at wavelengths below 1.1 Rm need to be

included. The diffraction model needs to be improved to account for the transmission

through the layers which results in multiple reflections. This can be done by performing a

thin film analysis on each section of the grating which accounts for the total phase and

reflected intensity for each interface of that section. For example, reflection from the

Poly 0 surface needs to include the phase change and reflected intensity from the Si 3N 4

top and bottom surfaces.

6.2.3. Fiber Optic Coupler Testing

None of the fiber optic couplers were tested during this thesis research. The

devices need to be evaluated for ability to lock and hold the optical fibers without

breaking. Based on testing results, the shuttle mechanism works to drive the single fiber

hold plate but it is unknown if it will be able to drive the plate with a fiber connected.

The operation of this portion of the device also needs to be evaluated. The larger, 250
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gm diameter optical fiber locks also need to be evaluated. For both sizes of fiber locks, it

appears that the sections that go up around the fiber may be too thin. Additional design

variations should be fabricated to evaluate a sufficient thickness for locking structures to

allow the fiber to be held, but that prevents breakage during fiber installation.

6.2.4. Optimized Flip-up Locking Mechanism

The current flip-up locks appear to work extremely well but were not optimized

due to the fabrication problem. With the fabrication process now back on-line, variations

of the flip-up lock mechanism should be designed to determine the optimum design. Of

primary interest is the height on the flip-up structure to position the lock. The flip-up

structure will exhibit greater stability for locks that are higher on the structure, yet may

not flip-up due to the increased force imparted on the elevating plate by the lock

mechanism.

6.2.5. Rotating Flip-up Structures

These devices require significant design improvements. The incorporation of a

ratcheting mechanism needs to include the latest design of heat drive actuators.

Furthermore, larger (- 10 Rm in diameter) pivot anchors need to be used to prevent the

structures from separating from the substrate. Design variations of the pyramidfliphelper

need to be made that can be separated from the flip-up plate after elevation. This will

allow the structure to be rotated after elevation by disconnecting the fliphelper.
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APPENDIX A

Matlab Diffraction Grating M-files
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This Matlab m-file is used to interactively determine the diffraction pattern for a grating designed using
MUMPS. All process and design dependent variables are adjustable variables of the program with the
exception of the layer widths (i.e. Poly 1 and Poly 2). Output includes a graphical representation of the
pattern and the first three diffracted order angles (if all are real).

% this m-file Matlab Program creates an N length vector that
% represents the grating in 1-D.
%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%

% variable declarations & initialization

clear;
nper=input('How many periods do you want to evaluate for ?);
wave=input('What is the wavelength of interest (in nanometers) ?);
stangl=input('What is the incidence angle of the light (in degrees) ?');
fangO=floor(stangl);
sang0=floor(100*(stangl-fang0));
widthO=input('What is the width of the poly0 layer (in microns) ?');
fwid0=floor(width0);
swid0=floor(100*(width0-fwid0));
width l=input('What is the width of the polyl layer (in microns) ?');
fwid 1=floor(width 1);
swid 1 =floor(1 00*(width 1 -fwid 1));
thicksl=input('what is the gap between poly0 and polyl (in microns) ?');
fthicl=floor(thicks1);
sthic 1 =floor( 100*(thicks 1 -fthic 1));
questl=input('Is poly2 a part of the grating (y/n) ?','s');
if questl=='y'

width2=input('What is the width of the poly2 layer (in microns) ?);
thicks2=0.5;
initposp2=input('What is the starting position for poly2 layer (in microns) ?);

else
width2=0;
thicks2=0;

end;
fwid2=floor(width2);
swid2=floor(100*(width2-fwid2));
thickpl=2.0;
thickp2=1.5;
i=sqrt(- 1);
lambda=wave/1000; % lambda is the wavelength in microns
frac= 1000;

%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%

% each pixel(vector element) equals l/frac th of a micron
% this procedure sets-up a single period, accounting for reflection
% from poly0, poly 1, & poly2

perwidth=(width0+widthl)*frac;
perid=ones(1,perwidth);
for x=1 :(width0*frac),

perid(x)=exp(i*(2*pi)*0);
end;
for x=(width0*frac)+1 :((width0+widthl)*frac),

perid(x)=exp(i*(2*pi)*(2*(thicksl+thickpl)/lambda));
end;
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if width2>O
for x=((initposp2) "frac)+1: :((initposp2+width2) *frac),

perid(x)=exp(i *(2 *pi) *(2* (thicks 1 +thickp 1 +thicks2+thickp2)/lambda));
end;

end;

" determine size for the vector. Make size a power of two (ie 2 AN, where
" N is an integer). Size will be next power greater than nper*perwidth

minlngth=nper*perwidth;
pow=nextpow2(minlngth);
veclngth=2Apow;
spaces=(veclngth-minlngth)/2;

% setup vector for normal incidence light

rawgrat=ones( 1,veclngth);

numpix=length(rawgrat);
center=numpix/2+ 1;

for period=1: :nper,
rawgrat(spaces+1I+((period- 1) *perwidth): spaces +(period *perwidth))=perid;

end;

% adjust raw vector for off angle light

gratmain=ones(1 ,numpix);
if stangl>O

for x=1:center-1,
gratmain(center-l1+x)=rawgrat(center-l1+x)*exp(i*2*pi*(sin(stangl1*(pi/1 8O))/Iambda)*((x- 1)/frac));
gratmain(center-x)=rawgrat(center-x)*exp(i*2*pi*(sin(stangl1*(pi/1 8O))Ilambda)*((-x)Ifrac));

end;
else

gratmain=rawgrat; % if angle = 0 Degrees
end;

" find the spectrum/diffraction pattern by taking the Fourier
" transform of gratmain

spectl=fftshift(fft(fftshift(gratmain)));

" if off angle input light, find the shift in the DC value & set M value
" to 0 instead of 1

shiftv=fi nd(spectlI==max (spect 1));
DCshift=shiftv-center
mval= 1;
DCstep=0;
if DCshift>0

A-3



mval=0;
maxima(1 )=DCshift+center;
DCstep= 1;

end;

% find the first 3 maximum in the spectra beyond the DC value

if nper>5

% METHOD 1 - No need to set magnitude req.
maxcount=0+DCstep;
scanspec=spectl (center+DCshift:numpix);
scanspec(1 :6)=zeros(1 ,6);
for x= 1:3,

bigest=max(abs(scanspec));
[loc]=find(abs(scanspec)==bigest);
maxcount=maxcount+ 1;
maxima(x+DCstep)=center- 1 ±loc+DCshift;
scanspec(Ioc-2:loc+2)=zeros(1 ,5);

end;

else

% METHOD 2 - No need to zero out part of the data
mincount=0;
maxcount=0;
x= 1;
while x<center- 10,

while abs(spectl (center- 1+x))>abs(spectl(center~x)),
x=x+1;

end;
mincount=mincount+ 1;
% minima(mincount)=center-l1+x;
while abs(spectl (center- 1+x))<abs(spectl (center+x)),

x=x+1;
end;
% screen out the noise with filter %
if abs(spectl (center- 1+x))>0.2*(abs(spectl (center)))
maxcount=maxcount+ 1;
maxima(maxcount)=center- 1 +x;

end;
x=x+1;

end;
end;

% find the corresponding angles(in degrees) for the maxima

for x=1:maxcount,
lightang(x)=( 180/pi)*asin(wave*(maxima(x)-center)*(frac/1000)/veclngth);

end;
lightang(1:maxcount) % print angles to screen

angi =lightang( 1);
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frst2al =floor(ang 1);
ang2=(ang 1-frst2a1)* 1000;
secn2al=floor(ang2);

if maxcount>1
angl1=lightang(2);
frst2a2=floor(ang 1);
ang2=(ang1I frst2a2)* 1000;
secn2a2=floor(ang2);

end;

if maxcount>2
angl1=lightang(3);
frst2a3=floor(ang 1);
ang2=(ang1-frst2a3)* 1000;
secn2a3=floor(ang2);

end;

% plot the output

pnum=input('what figure number do you want to plot?');
figure(pnum);
stplot=(center-(maxima(3)-center)- 10);
enplot=(center (maxima(3+DCstep)-center)+ 10);
numplot=enplot-stplot;
for x=1 :numplot+1,

xax(x)=stplot-center- 1 +x;
end;
plot(xax,abs(spectlI(stplot:enplot))/abs(spectlI (center+DCshift)));
tlabl=['Normalized Output Spectrum'];

pxl=xax(1)+2;
px2=2;
text(px 1,0.95, ['Wavelength= ',int2str(wave),' nm']);
text(px 1 ,0.90, ['Number of Periods= ',int2str(nper)]);
text(px 1 ,0. 85, ['Incident Angle= ',int2str(fang0),'.',int2str(sangO),' deg']);
text(px 1 ,0.80, ['Angles=']);
text(px 1,0.75, ['m= ',int2str(mval),', ',int2str(frst2al ),'.',int2str(secn2al ),' deg']);
if maxcount> 1

text(px 1,0.70, ['m= ',int2str(mval+ 1),', ',int2str(frst2a2),'.',int2str(secn2a2),' deg']);
end;
if maxcount>2
text(pxl1,0.65,['m= ',int2str(mval+2),', ',int2str(frst2a3),'.',int2str(secn2a3),' deg']);

end;
text(px2,0.95,['width0= ',int2str(fwid0),'.',int2str(swid0),' microns']);
text(px2,0.90, ['space 1-2= ',int2str(fthic 1),'.',int2str(sthicl ),' microns']);
text(px2,0. 85, ['width 1= ',int2str(fwid 1 ),'.',int2str(swidl 1), microns']);
text(px2,0. 80,['width2= ',int2str(fwid2),'.',int2str(swid2),' microns']);
axis([xax( 1) xax(numplot+1) 0 1]);

%save the figure to a postscript file

width0
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widthl
width2
filerec=input('what is storage value for this run
pfilename=['gpsfiles/gt',int2str(nper),'_',int2str(wave),'_',int2str(filerec)];
eval(['print 'pfilename]);

The following Matlab m-file is a representative procedure which calls the m-file function gratfuncI
repetitively to generate a table of data for export to a spreadsheet. This and similar procedures were used to
analyze the operation of designed gratings as a function of different variables.

%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%

% this m-file runs the function gratfuncl.m by varying the position of poly 2
% grating over the poly 1 grating
% will find the angle of the first 3 orders

%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%

% Initialize
clear;
nper= 10;
wave=input('What wavelength do you want to run program for ?');
stangl=0;
width0=2;
width 1=input('What is the width of the poly 1 runners ?');
thicksl=2;
width2=2;
thicks2=0;
initposp2=0;
rangemp2=width0+width 1-2;

varmovp2=zeros( 10,7);
for x=1:10

initposp2=rangemp2*(x/1 0);
filerec=['77',int2str(x)]; % file storage code will be 77 + number of the run
[ lightanghtm]=gratfunc 1 (nperwavestang1, widthO width 1,thicks lwidth2,thicks2,initposp2,filerec);
varthick(x, 1)=x;
for step=1:3,

varthick(x,2*step)=lightang(step);
varthick(x, 1 +2*step)=htm(step);

end;
end;
varthick

The following Matlab m-file is a representative function called by the procedure shown above. This
function is similar to the gratings.m m-file shown above with the exception that all variable are supplied by
the procedure.

% this m-file Matlab Program creates a n length vector that
% represents the grating in 1-D. 3:41PM 7/26/95

%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%%

% initiate function

function
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[specti ,center] =gratfuncspec(nper,wave,stang 1 ,width0,width l,thicks 1 ,width2,thicks2,initposp2,filerec);

% variable declarations & initialization

fangO=floor(stang 1);
sang0=floor( 100*(stangl -fangO));
fwidO=floor(width0);
swid0=floor( 100*(width0-fwid0));
fwid 1=floor(width 1);
swid I =floor( 100* (width I1-fwid 1));
fthic 1=floor(thicks 1);
sthic 1=floor( 1 O*(thicksl1-fthic 1));
fwid2=floor(width2);
swid2=floor( 100 *(width2-fwid2));
i=sqrt(- 1);
thickp 1=2.0;
thickp2= 1.5;
lambda--wave/1000; % lambda is the wavelength in microns
frac= 1000;

" each pixel(vector element) equals 1/frac th of a micron
" this procedure sets-up a single period, accounting for reflection
" from polyO, polyl1, & poly2

perwidth=(width0+widthl1)*frac;
perid=ones(l1,perwidth);
for x=1 :(width0*frac),

perid(x)=exp(i*(2*pi)*O);
end;
for x=(width0*frac)+1 :((width0+widthl)*frac),

perid(x)=exp(i*(2*pi)*(2*(thicksl1+thickp 1)/lambda));
end;
if width2>0

for x=((initposp2)*frac)+1 :((initposp2+width2)*frac),
perid(x)=exp(i*(2*pi)*(2*(thicksl1+thickp 1±thicks2+thickp2)/lambda));

end;
end;

" determine size for the vector. Make size a power of two (ie 2AN, where
" N is an integer. Size will be next power greater than nper*perwidth

minlngth=nper*perwidth;
pow=nextpow2(minlngth);
veclngth=2ApOW;
spaces=(veclngth-minlngth)/2;

% setup vector for normal incidence light

rawgrat=ones(l1,veclngth);

numpix=length(rawgrat);
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center=numpixl2+1;

for period= 1: :nper,
rawgrat(spaces+ 1+((period- 1 )*perwidth):spaces+(periodlperwidth))=perid;

end;

% adjust raw vector for off angle light

gratmain=ones(1 ,numpix);
if stangl>O
for x=1 center-I

gratmain(center- I1+x)=rawgrat(center- 1 +x) *exp(i *2 *pi *(sin (stangl I*(pi/1I 8O))/Iambda) *((x- 1 )/frac));
gratmain(center-x)=rawgrat(center-x)*exp(i*2*pi*(sin(stang1 *(pi/1 8O))/lambda)*((-x)Ifrac));

end;
else

gratmain=rawgrat; % if angle = 0 Degrees
end;

" find the spectrum/diffraction pattern by taking the Fourier
" transform of gratmain

spectl=fftshift(fft(fftshift(gratmain)));
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APPENDIX B

MUMPS Die Layouts from Cadence

B-1



A OM

aji-Z.

Figure~~~~~~~~~~~~~-- 1.M M S7Ci aot otisiiia lpu eiedsgsicuig

mirrors, ~ ~ ~ ~ -grtig an rse ess uraesrcue nldefig etmros

cirulr ea atutos ndgrtigs

-2 ~ -,.



coinshet ctatdli-u strucuresincluing. Fesne len arrays andi parlle to theiiiii

plane of the substrate flip-u plats withi FresiONns.

B-3t

i , lii l ...................... ! i iii i ii i i ii i ii i i ii i i ii i i ii i i~ i i ! ii i i iiiiiiiiiiiiiiiiiiii iiiiiiii iiiiiii~i~ iL _ 71iiiiiiii i i i !
i i <: ....... ........... .... !i J  ' ........ % ''''KIN"

Figure 2. MUMPS 8 Chip Layout. Contains first generation of variable gratings. Also
contains heat actuated flip-up structures, including Fresnel lens arrays and parallel to the
plane of the substrate flip-up plates with Fresnel lenses.
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Figure 3. MUMPS 8 Redo Chip Layout for submission on MUMPS 9 run. Includes

second generation variable gratings and copies of the first generation gratings. Also

contains the fiber coupled version of the micro interferometer and Fresnel lens arrays.
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Figure 4. MUMPS 9 Chip Layout. Contains electrostatically actuated lenses, large and

small interferometers and heavily actuated variable gratings.
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APPENDIX C

Cadence Layouts not shown in Chapter 4

C-1



Device Name: Flip-up Rotating Mirror, ver. 3
Actuation Method: Mechanical

Flip Lock

Poly 2 Mirror

RotatingPi

1] " '" Rotating Hinige

Device Name: Flip-up Rotating Fresnel Lens, ver. I
Actuation Method: Mechanical

I I =3.2n

Fresnel Lens

~X=632.8 nm.

t K f=500 gm
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Device Name: Rotating +/- 30 Degree Poly 1 Plate
Actuation Method: Comb Drive Actuator

Poly 1 Plate
(other variations
include a Fresnel
Lens and Flip-up
Mirror

Actuation
Probe Pads

DC Bias
Probe Pad

Interdigitated
Comb Fingers

Device Name: Variable Grating, ver. 3
Actuation Method: Comb Drive Actuator

..... = Movable Poly 2

....... Grating Flexure

Interdigitated Movable Poly 2

Comb Drive Grating

Actuator
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Device Name: Variable Heat Actuator, ver. 8
Actuation Method: Heat Drive Actuator

Heat drive actuators

Probe Pads for
electrostatic
actuation of Poly

Poly 1 Flexure
Lateral deflection
pull arms

Poly 1-2 stacked
Guide Rail
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APPENDIX D

Scanning Electron Micrographs not shown in Chapters 4 or 5
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Device Name: Fiber Alignment Aperture from Large Fiber Coupled Interferometer
Actuation Method: Mechanical
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Device Name: Rotating +1- 30 Degree Poly 1 Fresnel Lens
Actuation Method: Comb Drive Actuator
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Device Name: Variable Grating, ver. 3
Actuation Method: Comb Drive Actuator

...... ....... . . . . . . .
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Device Name: Flip-up Rotating Fresnel Lens
Actuation Method: Mechanical

awn:
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